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TABLE CAPTIONS

Table 1 Typical Values of the Coherence Length Nematic Solutions of PBZT

Table 2 Third-Order Susceptiblities for PBZT and Model Compounds

FIGURE CAPTIONS

Figure 1. Structural formulae for molecules used in NLO measurements.

Figure 2. The extraordinary (nE) and ordinary (no) refractive indices versus wavelenth
for a nematic solution of PBZT ((p = 0.055). The short and long dashed vertical
lines show the fundamental and the THG wavelengths for fundamental
wavelengths of 1.907 and 1.542 pm, respectively.

Figure 3. The reduced coherence length Lc(i)/Lc(0) versus the rotation angle d for a
nematic solution of PBZT in MSA ((p = 0.055; see Table 1). Curves 1 and 3
give [Lc(O)/Lc(0)]1111 .1 and [Lc(6)/Lc(0)]VH1j, respectively, and curve 2 repre-
sents [Lc(5)/Lc(0)1a'.v for the remainder of the geometrical arrangements
discussed in the texN'(e.g., [Lc(O)/Lc(O)IHv-v, etc.); small distinctions among
these for larger 0) are not shown in the interests of clarity.

Figure 4. Upper: Absorbance versus wavelength for methane sulfonic acid solutions of
PBZT ((p = 0.021) in the near infra-red spectral region, for 350 ptm pathlength;
the arrows show the w.'velengths X(, for fundamental intensities discussed in
the text.

Lower: Absorbance versus wavelength for methane sulfonic acid solutions of
PBZT ((p = 0.021),1; BZT-36 ((p = 0.0054),2; and BZT-18 ((p = 0.004),3; and the
normalized fluoresence emission I(.)/Imax versus wavelength for methane
sulfonic acid solutions of PBZT (qp = 0.021), the circles give the data, with a
smooth curve to aid the reader. All for 350 pm pathlength; the arrows show
the wavelengths X3co for THG intensities discussed in the text.

Figure 5. The third-harmonic response for an isotropic solution of PBZT ((p = 0.021):
(3(o))Ri•V (0,L) versus the translation in a wedge-shaped cell (0.95 deg) for X(Oequal to 1.542 pm, (a), and 1.907 pm, (b).

Figure 6. The third-harmonic response for an isotropic solution of PBZT ((p = 0.021):
RCv)(0,L) versus t* in a rotating-slab cell (L = 350 pm) for X equal to
1.542 pm, (a), and 1.907 pm, (b). The solid lines were calculated as discussed
in the text, using arbitrary L/Lc(0) to obtain a fit.

ii



Figure 7 The third-harmonic response Rvv (0,L) versus the translation in a wedge--
shaped cell (0.5 deg) for solutions of (a) BZT-18 ((p = 0.004) and (b) BZT-36 (9
- 0.0054, Xo. = 1.542 pm).

Figure 8. The third-harmonic response R ' (3)(O,L)for a nematic solution of PBZT in a
rotating-slab cell for the indicateg orientations of the polarizations of the
fundamental (p) and THG waves (p), and the director (v) ((p = 0.055, L = 350
pm, Xw = 1.542 pm).

Figure 9. Relative third-harmonic generation response R .ý(i), L) for a nematic solu-
tion of PBZT in methane sulfonic acid as a function of the angle !) between
the director and the analyzer, for several values of t ((p = 0.055, L = 350 gm,
X(O = 1.542 Itm).

(3(0) 0L(3(0)
Figure 10. Relative third-harmonic generation responses Rt!Q•v( , ) and R(0 V(L,L) for a

nematic solution of PBZT in methane sulfoc 'ac 'as a function o the angle

(9 between the polarization of the incident wave and the vertical direction ((p
- 0.055, L = 350 prm. X. = 1.542 pnm). The upper and lower -anels give
R (0,L) and R- 0 (0,L), respectively, with no analyzer Rue;v(O,LQ, and with
the analyzer parallel to the polarization of the incident waves for R66;v(0,L).

Figure 11 Comparison of observed MFP with calculations for an isotropic solution of
PBZT (see Fig. 6 caption) using Eqn. 8 for a trilayer system and surface layers
of 36 pm (L = 350 pm), see the text, for X(.) equal to 1.542 pm, (a), and 1.907
pm, (b).

Figure 12 Comparison of observed MFP with calculations for a nematic solution of
PBZT (see Fig. 9 caption) using Eqn. 8 for a trilayer system and surface layers

(3)•)
of ý6 pm, see the text (go = 1.542 pm, L = 350 pm): upper, Rvv;v(f"'; middle,
R1V;v(i,L); lower, Rýv~h(*, Q.

Figure 13 Optical effects observed on changing the temperature of a monodomain ne-
matic solution of a rodlike polymer (PBZT in methane sulfonic acid; (p = 0.049,
Lw = 140 nm).
Upper: The transmission between crossed and parallel polars (X = 632.8 nm).
Lower: The ratio of the fluorescence emission intensities III and IL, for light
polarized parallel and perpendicular to the director, respectively (Incident
light absorbed within =1 pm). The open and filled circles give data for in-
creasing and decreasing temperature, respectively.

Figure 14 Schematic diagram of a bipolar defect structure observed during heating a ne-
matic solution of PBZT below the clearing temperature.

Figure 15 Fluorescence emission during annealing of a sample to form a monodomain
after extrusion into a tube with a rectangular channel (400pm x 8mm); (p =
0.043, Lw = 120 nm. The ratio of the fluorescence emission intensities III and
IL, for light polarized parallel and perpendicular to the director, respectively
(Incident light absorbed within = 1 Ipm). The squares and circles give data for
filling rates of 0.032 and 2.4 mm 3 /s, respectively.
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Figure 16 Optical effects observed on changing the temperature of a monodomain ne-
matic solution of a rodlike polymer (PBZT in methane sulfonic acid; p = 0.033,
L, = 155 nm).
Squares: The temperature dependence of the ratio ItI/I± of the fluorescence
emission intensities III and I,, for light polarized parallel and perpendicular to
the director, respectively (Incident light absorbed within = 1 gim).
Circles: The temperature dependence of the invariant of the fluorescence
emission intensities.

Figure 17 Schematic diagrams of the appearance of twist-loop defects in orthoscopic
microscopy. The nematic director is horizontal in all cases, and the orienta-
tion of the polarizer P for the incident light is indicated by the arrows and/or
the angles; the orientation of the analyzer A of the transmitted light is parallel
or perpendicular to P in the upper and lower panels, respectively. The black
and shaded loops appear dark and bright, respectively, with the image for P
at ic/4 to the director being a loop alternating between dark and bright re-
gions.

Figure 18 Example of the relaxation of a complex loop defect(s). Schematic representations
of photomicrographs prepared between crossed polarizer and analyzer on the
left, and schematic diagrams of the loop(s) on the right; cell thickness 300 gm, (9
= 0.063, Lw = 135 nm.
a. The upper portion of a small loop, and a portion of a large loop that crosses
over itself four times in the field of view (the loop continues at the upper left
and lower right); a third loop appears to be in contact with the large loop (47.5
hr after filling).
b. A remnant of the small loop, a small loop that has separated from the large
loop, and the evolution of the large loop (71.5 hr after filling).
c. Continued evolution of the large loop, with the two smaller loops having
vanished (122.5 hr after filling).
d. Continued evolution of the large loop (243.5 hr after filling).

Figure 19 The average diameter of loops during collapse as a function of the time to - t
measured from the time to that the loop disappears. The data are for three
samples: (p = 0.050, Lw = 155 nm, open symbols (different loops designated by
different symbols; (p = 0.058, Lw = 155 nm, filled circles; p = 0.063, Lw = 135
nm, filled squares. The lines have unit slope.

Figure 20 The effect of temperature on the absorbance of a dilute solution of poly(n-
dodecylthiophene) in chloroform; c = 3.0 g/L. The temperature is indicated
on the figure; the cell was 0.2 cm thick.

Figure 21 Static light scattering on dilute solutions of poly(n-dodecylthiophene) in chlo-
roform; upper and lower panels are for the depolarized (Hv) and polarized
scattering (Vv), respectively. The concentrations are indicated (g/L); the un-
filled and filled symbols are for histories A and B, respectively.

Figure 22 The first cumulant from dynamic light scattering on dilute solutions of
poly(n-dodecylthiophene) in chloroform.
Upper: Polarized (Vv) scattering for a solution with c = 1.97 g/L, history E;
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Lower: Depolarized (Hv) scattering for a solution with c = 3.0 g/L, history
A.

Figure 23 Static polarized (Vv) light scattering on dilute solutions of poly(n-dodecylth-
iophene) in chloroform. The concentrations are indicated (g/L); the unfilled
and filled symbols are for histories A and C, respectively, and the shaded
symbols are for history E.

Figure 24 Static polarized (Vv) light scattering on dilute solutions of poly(n-dodecylth-
iophene) in chloroform; c = 3.0 g/L. The concentrations are indicated (g/L);
the unfilled circles and squares are for histories C and D, respectively, with
the times at Tq2 = -16.5°C indicated (min), and the shaded symbols are for his-
tory F.

Figure 25 Static depolarized (Hv) light scattering on dilute solutions of poly(n-dode-
cylthiophene) in chloroform; c = 3.0 g/L. The concentrations are indicated
(g/L); the unfilled circles and squares are for histories C and D, respectively,
with the times at Tq2 = -16.5'C indicated (min), and the shaded symbols are
for history F.

Figure 26 Bilogarithmic plots of the change of two parameters with time for a dilhte
solution of poly(n-dodecylthiophene) in chloroform for history D, with Tq2 =

-16.5°C; c = 3.0 g/L.
Upper: A function of the transmission T(t) (X = 647.5 nm);
Lower: The depolarized scattering at 450 scattering angle.

Figure 27 Bilogarithmic plots of the change of several parameters with time for a dilute
solution of poly(n-dodecylthiophene) in chloroform for history D, with Tq2 =

-16.5'C; c = 3.0 g/L.
Upper: The apparent radius of gyration, the filled and unfilled symbols are
for the polarized (Vv) and depolarized (Hv) scattering, respectively;
Middle: The apparent molecular weight from the polarized (Vv) scattering;
Lower: The ratios (R2.v)Ls/(Mv)Ls = ILS/Mw from the polarized (Vv) scat-
tering (unfilled), and [Rllv(0,c)/c]°/[Rv,(0,c)I° of the reduced intensities at
zero scattering angle of the depolarized (Hv) and polarized (Vv) scattering.
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A. INTRODUCTION

The following is the Final Report on Project F49620-92-J-0281 for the period 1
August 1992 to 31 July 1994. The study comprises three sections. The first is on an
analysis of the nonlinear optical, NLO, properties of a nematic polymer solution and
certain related model compounds. The second is on the nature of director field
distortions in a nematic solutions of the same polymer. The third is on the
characterization of the supramolecular structure in a certain poly(alkyl thiophene). In the
first study, the NLO properties are analyzed to reveal optically distinct surface layers in
both isotropic and nematic solutions of the rodlike poly(1,4-phenylene-2,6-
benzobisthiazole), PBZT. The NLO response in third harmonic generation of PBZT is
compared with that for model componds. In the second study, the director field in
nematic solutions is studied in more detail, including the kinetics of spontaneous
alignment driven by aligned surfacelayers. The third study was motivated by the
observation of reversible thermochromism in poly(alkyl thiophenes) and their solutions,
and seeks to characterize any supramolecular structure associated with that behavior,
especially with regard to potential effects on electronic and optical properties of solution
processed materials.

In the following, project personnel and research collaborators are identified in part
B, a list of publications appearing in the report period is presented in part C, and the
technical report comprises part D.

B. PERSONNEL

In addition to partial support (1 mo. per year) for the Principal Investigator,
support for two Ph.D. graduate students was received:

Ms Beibei Diao
Ms Shunqiong Yue

Both students are expected to complete the defense of their Ph.D. dissertation research by
October 1994; both have arranged employment in industrial laboratories in the U.S.

Collaborations during the work included:
Dr. Gary D. Patterson, Carnegie Mellon University
Dr. Hedi Mattoussi, University of Florida
Dr. Mohan Srinivasarao, AT&T Bell Laboratories
Dr. Richard D. McCullough, Carnegie Mellon University
Mr. Bruce A. Reinhardt, Wright Laboratories

The collaborations with the first three named included discussions and the preparation of
manuscripts under joint authorship, without financial support from this project. Samples
used in this work were received from the final two named.
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D. TECHNICAL REPORT

1. The Effects of Surface Layers on the Nonlinear Optical Properties of Solutions of a
Nematogenic Polymer

1.1 Introduction
Nonlinear optical (NLO) measurements of third harmonic generation (THG) will

be reported for both isotropic and well-aligned (monodomain) nematic solutions of the
rod-like poly(1,4-phenylene-2,6-benzobisthiazole), PBZT. Studies on the monodomain
were undertaken to elucidate features of nonlinear optical susceptibility tensor X(3)(-
3c0;co,co,co). Although the THG Maker frInge patterns (MFP) observed for the isotropic
solutions are found to be normal, the MFP obtained for the monodomain nematic solu-
tions exhibit unexpected features (see below), and depend on the relative configuration of
the nematic mean field direction (optic axis n) with respect to the polarization of the fun-
damentai and third harmonic rays. Unexpectedly, it is found that THG on monodomain
nematic solutions gives elliptically polarized light for incident radiation polarized along
the optic axis of the uniaxial nematic solution. By contrast, linear propagation under the
same conditions gave linearly polarized exit waves. These surprising results prompted
studies in three directions:

* A more complete description of the THG from both isotropic an aligned ne-
matic solutions of PBZT;

* Study of the THG from model compounds related to PBZT;
* A more complete characterization of the molecular alignment in aligned ne-

matic solutions of PBZT.
In the first area, the THG signal has been determined for isotropic solutions in both
wedge-shaped and parallel slab cells, and the THG of monodomain nematic solutions
has been studied as a function of the angle Q between the director fi and the polarization
direction of the polarizer P, both without and with an analyzer A aligned parallel to P. In
the naive expectation, for Q = 0, the THG would give the same signal I3R with or without
the analyzer for perpendicularly incident light for a solute with rodlike symmetry. In the
second area, the THG has been obtained for certain model compounds of PBZT, for a
comparison with the magnitude of X(3) obtained with PBZT solutions. In the third area,
optical studies have been extended to assess the alignment of the nematic solutions stud-
ied, including comparison of calculated MFP with the experimental data.

In the experimental section, we describe the materials used, the technique for the
THG measurements, the method of analysis, and the measurements of the refractive in-
dices relevant to the THG data analysis. The results are given in the next section, fol-
lowed by a discussion of the data in comparison with data on either conventional nematic
liquid crystals or polymeric thin films.

1.2 Experimental
1.2.1 Materials The PBZT, molecular weight M, = 34,000, was provided by SRI
International as a solution in polyphosphoric acid (weight fraction = 0.05 polymer). The
material was diluted in methane sulfonic acid, MSA, precipitated in methanol and dried
in vacuum for several hours. The resulting product was then dissolved in distilled MSA
using procedures discussed elsewhere.1- 3 Solutions of PBZT become nematic when the
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volume fraction of the solute (p exceeds a critical value (PNI, where the concentration (NJ
for the onset of the nematic liquid crystal phase depends on the chain length and the
temperature 4"5; PNI = 0.03 at room temperature for the PBZT used.'- 3 A monodomain of
the nematic solutions was obtained using a procedure described elsewhere. 1-3.6.7
Extrusion into a rectangular channel comprising the optical cell results in a thin aligned
nematic layer near the cell surfaces. Exposure of the freshly filled sample to an external
magnetic field (5-7 T) for several hours produces a monodomain alignment. The mon-
odomain is stable for an indefinite duration. All the measurements on the PBZT nematic
monodomains were taken at room temperature.

The structures of two model compounds related to the PBZT repeat unit are shown
in Fig. 1. These compounds were provided as dry powders through the courtesy of B. A.
Reinhardt, Wright Laboratory, Wright-Patterson Air Force Base, OH. Compound BZT-18
has two -O-(CH2)9--CH 3 groups (18 methylenes in total) on a central phenylene, whereas
the BZT-36 has two such groups on each of two terminal phenyls (36 methylenes in total).
These materials were also dissolved in MSA, but only very dilute solutions were used
owing to strong absorption of light by the solutes at 514 nm wavelength (see below), e.g.,
(p = 0.004 for BZT-18 and p = 0.0054 for BZT-36. The dissolution was found to be slower
for BZT-18 than for BZT-36; heating at about 100'C for 30 min was found to accelerate the
dissolution and provided a homogeneous sample.

1.2.2 Nonlinear Optical Measurements Third harmonic generation measurements were
made using an apparatus described elsewhere. 6 Briefly, a plane-polarized beam gener-
ated by a pulsed Nd:YAG laser (1064 nm wavelength operating in the TEM(X0 mode) was
either used directly or to pump a Raman shifter to obtain the Stokes components (1542 or
1907 nm wavelengths); dispersing prisms were used to select the desired wavelength
from the Raman shifter. The incident beam was split into two beams, one directed to the
sample and the other to a reference material. The beam incident on the sample was
weakly focused using a 50 cm focai length lens, and the orientation of its plane of polar-
ization was controlled using a Fresnel Rhomb. Band pass filters were placed after the
sample and the reference to eliminate the fundamental radiation, and interference filters
to select the harmonic frequency (here, 3o)) were placed before the photomultiplier tubes
used to determine the photon count of the output beams. Data were obtained as pulse
outputs (10 and 5Hz repetition rate for 1064 and 1542 nm, respectively), and the ratio of
the output from the sample and reference photomultipliers was stored electronically for
later use.

The sample cells were either plane parallel or wedge-shaped cells ,,ith fused silica
glass walls, provided by Hellma Cells Inc. The cell walls were specified to X/4 surface
flatness, and were tiansparent from near UV to near IR. The sample thickness L of 350
pim for the flat cell provided by the manufacturer was verified by measurement of the ab-
sorbance of standardized solutions. For the wedge-shaped cell, L(i ) = L) + e tan rj with
translation t along the cell length, where the wedge angle rI was either 0.5 or 0.95 degrees
for the two cells used, L, was 200 pm (for ( = 0), and ( could be varied from 0 to 3.5 cm.
The use of wedge-shaped cell eliminates effects on the periodicity of the MFP from con-
tributions to the THG from the cell walls.

The reduced intensity R ("0).0,L) of a Maker Fringe Pattern (MFP) of a uniaxial op-
tically anisotropic medium depends on the angle of incidence 0 and the cell thickness L,
and the polarizations of the THG and fundamental waves and the orientation of the optic
axis anisotropic medium, represented by the indices cr, p, and v, respectively:
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[1"') (0 L)] SAAMPR (16,L) 1Apv (1)09N ((R0 )R

where SAMP and PEFR stand for the sample and reference, respectively; 0 R is fixed (05R,-
0), 1 is varied bv rotation of a parallel slab (fixed L), and L is varied by translation of a
wedge-shapp - sample (fixed 0, essentially equal to zero).8.9 In the following, the sub-
scripts cr and p will be denoted V or H if the components of the polarizations of the rele-
vant waves are vertical or horizontal in the laboratory frame, respectively, or U for the
THG wave if no analyzer is used. The subscript v will be denoted v or h if the optical axis
of the uniaxial sample is vertical or horizontal in the laboratory plane, respectively.
Additional subscripts used in special cases are defined below. A flat plate of fused silica
(L = 1.00 mm) was used as the working reference, and either a flat plate (L = 3.00 mm) or
a wedge-shaped BK7 optical glass (L,) = 2.00 mm, r1 = 2 degrees) was used as the stan-
dard to compute absolute values of the nonlinear susceptibility.

In general, the MFP exhibit damped oscillations symmetric about 0 = 0 for the ro-
tating parallel slab cell, and oscillations that may or may not have a decreasing amplitude
with increasing L for a wedge-shaped cell. A general expression for R Oj;v(d,L) for a slab
or a wedge-shaped, homogeneous NLO material is given by:8 ".9-11

RI
R(o1v(0,L) = KR [W CRL)RV ) (2)

W(0,L) = I n 2w(,L) (3)

where the effective (or average) component I X I of X(3)(-3(i0:o,(0,o)), depends on the po-XEFF

larization of the THG and fundamental waves and the orientation of the optically
anisotropic material (see below), n(, and n3u) are the refractive indices at the incident and
the THG frequencies, respectively, and KR is the ratio between the incident beam directed
to the sample and that directed to the reference. The function w(O,L) accounts for the in-
terference effects between two waves, both propagating with frequency 3W, but one with
velocity c/n 3,w and the other with velocityc/n•0 giving rise to the MFP. For the case with
weak (or no) absorption, characterized by absorbances com and 03O• for the incident and
THG waves, respectively, w(O,L) may be expressed as:8-1!

4w(O,L)2 = [a(0,L,rl) sin WB(O,L)]2 + [8(0,L,r)cos WB(O,L)12 (4a)

xg(*,L) = 7tL/2Lc(,) (4b)

where Lc(0) is the coherence length, cr = [T{3(01]2 + 2T(3()T((O)F + [V(0)1]2 and 8 = [T (3o)]2

2T (3w)T()F + [T(W]2, with T('(') andT((') certain transmission factors, and F(P) is a focus
function; and F(P3) = 2Jl(p)/3 = expi - (P/2)2}) = vtWotanfl/2Lc(0)cos 0, with wo the beam
waist and J I is a first-order Bessel function; the approximation is valid for small P. and
F(P•) is unity for a slab cell. With a. = pL/cos 0', where p is the extinction coefficient, T(-
= Q(3(0"exp(-oxj3/2) and V")) = Q(`))exp(-%o), where the Fresnel factors Q(3') and Q(') de-
crease slowly with increasing 0 .411
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The coherence length Lc(d) may be expressed as 8-11

Lc(O) = X./61n3Wcos(0'30) - rkocos(O'm) 1 (5)

where Lc(0) = X.,o/6I n3(o - n(o 1, with X,, the fundamental wavelength; the primes denote
propagation angles measured in the sample, related to angles in air through Snell's law,
using the appropriate refractive index, see below. The effect of weak focusing of the inci-
dent beam is neglected as too small to be important under the conditions used. 8 In prac-
tice, the parameter KR is evaluated by determination of R (.m).sf,)(0) for the resporse'to as(n() ft~h oruhldso~et
standard with known 1 1, n3,,, no0, and thickness L. Itas'vuld be noted that R('(0) (0,L)
may take on any value from zero to its maximum value R,..vMAX for V= 0, as w(,) is
not usually zero at 0 = 0. However, if Eqns. 2-4 apply, sin w may be taken as unity for the
successive maxima in the fringe pattern, providing a method to estimate
I() I / I n,- - nr- I from data on R (..0 (0,L). With the wedge-shaped cell, since = 0
and Lc(O) Lc(O), the separation At between the minima in the MFP is given by
(AtNj/2)tanTj = Lc(O) = X,)/6 -In i1, providing a means to determine I n3 - n.
Given this value, the parameter I n1(02 - n(o2 I needed to compute I X (') I from R(- (0,L)
may be computed given either n3(o or n() e.g., I n32- - n• 2 I = 2n3 I ny - n(, I.

1.3 Results
1.3.1 Linear Optical Behavior The linear optical behavior is important in several re-
spects in the analysis of the nonlinear data: the refractive index must be evaluated as a
function of the wavelength, and must be known for both the extraordinary and ordinary
waves for nematic samples; the absorption and fluorescence must be known for all optical
conditions of interest. In addition, the linear optical properties serve to characterize the
alignment in the nematic sample.

Data on the refractive index as a function of frequency (wavelength) given in refer-
ence 7 for a monodomain preparation of PBZT ((p = 0.055) are reproduced in Fig. 2 for
convenience. Values of the extraordinary and ordinary refractive indices nE and no were
determined by conoscopic microscopy.7 The data on each may be fit by the Cauchy rela-
tion:

n2 -1 K;(-6

n-±2 2+ -2

where K and X- are constants (KX-2 is presumed to be an oscillator strength for an ab-
sorption peaked at X-2 in the simplest model). The data give X m = 260 nm and K = 0.27
for the extraordinary ray, and X m = 225 nm and K = 0.25 ordinary ray.

The data on nE and no may be used to calculate the refractive index ne(t') for a
wave propagating at angle 6' in the material with respect to the optic axis; O' and the cor-
responding external angle 0 in air are related through the use of Snell's law: 12

ne (O') (€°s(-') +sin(0')'2 <112,nE no )

The use of orthoscopic microscopy showed the nematic preparations used here to be free
of defects, and conoscopic microscopy showed that they were well aligned. The samples
were also characterized by a fluorescence method described elsewhere3 that probes the
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alignment within =-1 pm of the surface, to show that the surface layers were well aligned
in the direction of the bulk alignment.

The data ir, Fig. 2 may be used to determine the coherence length Lc(i6) v needed
to compute the third-order susceptibility from THG data for the nematic sample studied
here if a simple nematic symmetry is assumed; see below for an elaboration of this con-
sideration. Values for the systems of interest are given in Table 1 and Fig. 3. It may be
observed that the Lc(O)•,,. vary among the experimental arrangements of interests, but
that the ratios [Lc0()/L'0)]) ;v are essentially the same for most arrangement, differing
significantly only for [Lc(*)/Lc(O)]l 1 .1, and [Lc(O)/Lc(O)]VH.h. The latter demonstrate
smaller and larger variations with 6, iespectively, than do the remaining ratios; the affect
of these differences on the MFP is discussed below. It may be noted that for a hypotheti-
cal isotropic solution with refractive index given by (nE + 2no)/3, Lc(0) = 2.18 4m is in-
termediate to the values given in Table 1, and Lc(d)/Lc(0) is close to curve 2.

The THG experiments involve a fundamental wave with infrared wavelength, and
ci third harmonic wave in the visible region. The absorbance of the solutions studied is
essentially that of the solvent for wavelengths in excess of 1500 nm. A slowly increasing
absorbance is found for MSA (and the solutions studied here) for wavelengths in the
range 1700 to 2200 nm, see Fig. 4. Thus, the solutions of interest are (essentially) trans-
parent for input radiation at 1542 nm, but are weakly absorbent at 1907 nm (absorbance
equal to 0.28 for 350 prm path length). The latter is sufficient, however, to have a notice-
able influence on the Maker fringe pattern, i.e., through the parameter cot in Eqn. 4, see
below. By contrast, with input radiation at 1.064 nm, the THG light is strongly absorbed,
with resultant fluorescence, see below.

Pure (undiluted) PBZT is characterized by an absorption band centered around 436
nm that extends to the near green, and is transparent for radiation in the near IR spec-
trum. However, owing to protonation in the strong protic acid MSA, the absorption
properties are different for PBZT in MSA solutions. The absorbance for algined nematic
solutions of PBZT exhibits dichroism, with the absorbance larger for light polarized along
the director. Absorption spectra for solutions of PBZT ((p = 0.021), BZT-18 ((p = 0.0054),
and BZT-36 (p = 0.004) in 350 pm path length cells are shown in Fig. 4. The absorbance
for the solutions of the model compounds is more pronounced than that for PBZT solu-
tions in the visible. The solution of BZT-18 has a more pronounced absorption than those
for either BZT-36 and PBZT, becoming essentially "opaque" at 514 nm.

Absorption in the visible produces fluorescence emission with solutions of PBZT,
potentially complicating interpretation of the observations reported above. Thus, with
1064 nm wavelength incident radiation, the 355 nm THG light is strongly absorbed, and
produces a strong fluorescence emission, peaked near 520 nm and tailing off to 650 nm,
see Fig. 4. By contrast, with 1542 nm wavelength incident light, no fluorescence emission
is observed from 540 to 650 nm, indicating the absence of fluorescence emission that
could complicate the measurements for a THG wavelength of 514 nm.

1.3.2 NLO Studies on Isotropic Solutions of PBZT and Model Compounds The re-
sponse Rvv (0,L) is shown in Figs. 5 and 6 for an isotropic solution of PBZT ((p = 0.021) for
data obtained in a wedge-shaped cell (r1 = 0.95) and a rotating slab for incident wave-
lengths of 1542 and 1907 nm (the subscript v is suppressed for an isotropic sample). In all
cases, R(11V (tL)-- R I (O,L) 0. The effects of the absorption of the incident light at 1907
nm are evident in the decreasing amplitude of the periodic response with increasing L,
but the response for 1542 nm incident light shows no such behavior even though the
PBZT isotropic solution used has similar absorption coefficients at 1907 and 514 nm (the
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wavelength of the THG from 1542 nm incident light). This is in accord with the behavior
expected with Eqn. 4. These measurements illustrate that the effects of the absorption are
readily revealed and accounted for in experiments using either wedge-shaped or rotating
slab cells. It may be noted that the effect of the absorption is greater on the amplitude of
the intensity of the MFP than on the minimum intensity in both cases. The minimum-to-
minimum separation AC M of the fringes gives I njc - rw I equal to 0.0435 and 0.0225 for
X.O equal to 1.542 and 1.907 pm, respectively. The appearance of nonzero minima is at-
tributed to beam width effects (i.e., factor F(P) in Eqn. 4).

As shown in Fig. 7, the MFP obtained with the dilute solutions of the model com-
pounds are substantially affected by absorption at the THG wavelength. The solution
with BZT-18 has a high absorbance at 514 nm, and produces a strongly attenuated,
though still detectable, MFP.

1.3.3 NLO Studies on Monodomain Nematic Solutions of PBZT As mentioned in the
Introduction, prior studies on a monodomain nematic solution of PBZT showed that THG
produced with incident light plane polarized along the nematic director was elliptically
polarized. Correspondingly, the Maker fringe patterns obtained from rotation of a flat
plate sample varied with the polarization directions of the incident and THG light with
respect to the director of the nematic, and did not always exhibit minima that dropped to
zero. Examples of the MFP obtained for Rý3 :0 v Rliv., RýV.h and R>t•!I using a rotating-
slab cell are shown in Fig. 8. Attempts to obtain data with'a wedge-shaped cell were not
successful, resulting in only unresolved fringe patterns, despite the normal appearance of
the conoscopic interference figures, see the Discussion.

The data in Fig. 9 were obtained for RIV(1P, L) for several values of the rotation angle
iO ( 0, 10, 20, 40, and 50 degrees), where fŽ is the rotation of the analyzer with respect to the

S(3 o) .(3o) (3o)
vertical direction (the optic axis), i.e., at fixed * and L; RuV.v varies from RVV.v to RHV;v as IQ2I
varies from 0 to 90 degrees. In this case, nco = n(ri;E, but n3covaries from n3o;E to n3(c as IQf
varies from 0 to 90 degrees, respectively, with neither n3co;E nor n3co;O dependent on 5. Data
as a function of 0 at fixed Q would generate MFP families parametric in Q; e.g., the patterns(3(0o) (co)

given above for R ;. and ROW) correspond to Q equal to 0 and 90, respectively, and the an-Vvv" I v:v . (to)

gles fmax and -; = mx ± Vr/2 for the maximum and minima in Rý-.,(O,L) vary with 0.
The function Rýv.,(O, L)- Iý V.v,(O, L) versus Q - Qrmnax is essentially independent of 0 for

IQ - Qmaxl < ir/4, but deviations appear as Q approaches f 2 min, reflecting the variation in(3co) 00co
R• v.v(1, L) - R V . v(0 ' L) with 0 (e.g., see Fi.9).1maxV- " m1WC') (.A.M

The data in Fign.10 show RL;O.v(0,L) and R(O.,(0,L), where E) is the rotation of the
polarization of the incident wave with respect to the vertical direction (the optic axis); the
intensity of THG wave was determined without an analyzer forR,.0,L), and with the
analyzer parallel to the polarization of the incident wave for Ree.v(0,L). The data shown
were obtained with L = 350 pm for a sample with O = 0.055; similair results were obtained
for a sample with L = 200 pm for a sample with (p = 0.045. In this case, it is assumed that
the fundamental propagates as waves polarized along and orthogonal to the optic axis of
the nematic, each generating elliptically polarized THG waves in principal. Both(3co) ( W) ..

RUe'v(0,L) and R, 0 ;v(O,L) are symmetric about 0 = 0, with maxima for 0 # 0, and min-
ima for 0 == 90 de•rees. The values of 0I1mlx for the maxima differ slihIhty for the data on
R (3f (0,L) and Rd..,,(O,L), with 191max about 40 and 50 degrees for RtjO;v(O,L) and
Ro v(0,L), respectively.
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1.4 Data Analysis
1.4.1 Isotropic Solutions of PBZT and Model Compounds With the isotropic solutions,
the measured susceptibilty I XO) I = ),(3) is related to the components X,.:?. of the tensor
X(3)(-3 coo,c(o,0,) by the expression X (3) = • X(3) /5.13 Calculation of I XFt3i-= (3) from the•. .I i~iij- -""I n ,,IS

MFP requires a value of I n3W03 - r•? = I n31i - rk I (n3 r + nc1 ) 2n3 .i n. - n•?)?. Since
I n3cO - nr, I may be determined from the minima separation AeM of the MFP from the
wedge-shaped cell, calculation of I I from the data requires in addition a value of n3OIXEFF

(or ncO). Data on the extraordinary and ordinary refractive indices nE and no, respec-
tively, were given in a previous study over the range 1.1 < p < 2.2.7 The refractive index
niso for the isotropic solution may be calculated as niso = {hE + 2no)/3 at each frequency
in that concentration range, but the technique used in that study does not apply to the
isotropic samples, and no measurements were reported for p = 0.021. A linear depen-
dence of n1so on (p is assumed to estimate n3CO for that composition. This estimate agrees
with that obtained by the use of the published refractive index increment n/i3c = 0.26
mL/g (X = 633 nm) for solutions of PBZT in MSA .7 Use of these data and the results for
R~vv(O,L) shown in Fig. 6 (with an appropriate value for KR) gives X /q, = 2x10-11 (see
Table 2) and 1.5x10-1I e.s.u. at Xc = 1542 and 1907 nm, respectively, rthe isotropic solu-
tion of PBZT studied. Further, the correspondence of the results in the wedge-shaped
and flat cells confirms the previous conclusion that the contributions to the THG from the
walls with flat cells may be neglected for these materials in the concentration range stud-
ied.

The estimates of n3w and no0 permit calculation of MFP for comparison with the
observed data. In these calculations, it is found that Lc(O)/Lc(0) is essentially indepen-
dent of the values of n3R and nO used within a reasonable range of these variables, mak-
ing the calculated MFP nearly identical for a given ratio L/Lc(0) = (6/X%,) 1 n30 - % I L for
the range of Lc(*)/Lc(O) of interest here, whatever the individual values of L, n.3O and n(&
greatly simplifying the calculations to determine L/Lc(o) from the MFP with the slab-
shaped cell. For L >> Lc(0), as is the case here, MFP calculated with L/2Lc(0) differing by
an integer tend to have a similar shape (over a reasonable range in n3(0 or neO), with the
peaks for * > 0 in the MFP appearing at slightly smaller * with increasing L. The data
data on AC M from the wedge-shaped cell give I n3 0, - nw 1, and an inder ndent estimate
for Lc(0) = Xcw/61 n3a) - rkn I. The MFP shown in Fig. 6 were calculated treating L/Lc(0) as
an adjustable parameter; an experimentally determined absorbance of 0.28 was used for
the fundamental wavelength for the MFP at 1.907 pm. Experimental results for Lc(o) de-
termined with the wedge and slab-shaped cells are as follows ((p = 0.021):

kcO/pm Lc(O)/pm Lc(O)/prm

Wedge cell Slab cell

1.542 5.91 7.17

1.907 14.13 11.42

Alternatively, with the sample thickness would have to be arbitrarily modified to 288 pan
and 433 pm for incident light of 1.542 and 1.907 pm, respectively. The unexpected devia-
tion of between estimates of Lc(O) determined using the wedge and slab cells is examined
in the Discussion.

As discussed above, the MFP obtained with the dilute solutions of the model com-
pounds are substantially affected by absorption at the THG wavelength. The solution
with BZT-18 has a high absorbance at 514 nm, and produces a strongly attenuated,
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though still detectable, MFP. The MFP for the solution of BZT-36 reveals the effects of the
absorption at 30), but provides data that may be analyzed for X (3) after taking account of
the effects of the absorption using Eqn. 4. The estimate )q(3)/ p ISO -11 e.s.u. obtained (see
Table 2) is subject to uncertainty (-±20%Y,), given the assumptions made in the data analy-
sis for the MFP, and may represent a resonance enhanced response.

1.4.2 Monodomain Nematic Solutions of PBZT The strongly birefringent character of
nematic solutions of PBZT complicates the interpretation of the THG behavior for the
monodomain nematic solutions. For such materials, I X(3) I is related to the compo-
nents of X(3)(-3co0,o),(a) selected by the polarizations eg and e0 of the fundamental and
THG waves, respectively, relative to the orientation of the optic axis: 13

Ix- e )j I (7)
if)

For example, for Rýv:,v, RýýV. (or R ) and R,,. v the effective third-order susceptibili-

(30)) ((3)
ties (X\ O(OKEFF))VV.V' (X\O( X.F))V1 i*1h "or \ )) ) and (X\O((3 ),E ))HV~ y are
equated to the components ( ) X and X (3) of" re's'pectively, in a artesian coordi-

nat sy .- X N:",x VX.' -- X.. . .(3co),
nate system with x along the direc6r fi. The situation is more complex for R\O(,,ut ,,,,.
and R&H•h. For example, (x.)1 ),1.1 h and ( -1)V-11 correspond to Y_ as 0 increases to 90
degrees for a material with uniaxial nematic symmetry, but (xE;F)fH;h and (X3)VH;h cor-
respond to X (3) and X (3), respectively, for 0 = 0.

.LX X X X ) ' .X

Although the fringe spacing observed for the various arrangements change quali-
tatively as expected for the appropriate cohrence lengths, in no case could the data be fit-
ted even approximately by Eqn.s. 2-4 using the measured refractive indices and sample
thickness. The deviation was too large to attribute to any reasonable uncertainty in these
parameters, see below. Further, the MFP for R 00 exhibits strongly nonzero minima, a
feature unexpected for a homogeneous sample in the absence of absorption, surface de-
fects, beam divergence or nonparallelism of the input and output faces (the last three of
these are rejected on the basis of the zero minima obtained with the MFP on the isotropic
samples; absorption effects are discussed below). The MFP with R '..). for nematic solu-(3(o) vv;h

tions of PBZT is similar in appearance to the MFP for R\O(" 'vv) for isotropic samples(3 (30)
(e.g., Rývvh = 0 at the minima, and RvV:ii decreasing slightly with increasing 161 at the
maxima). Nevertheless, careful examination reveals secondary structure on the principle

frine pattern, not present with the MFP for the isotropic sample. As expected,
Rjv.v are equal for 15 = 0, differing for larger 0 cualitatively in as expected for the appro-
priate coherence lengths. Data on RVJI.V and RIIVh were both essentially null for nematic
solutions of PBZT.

(3)
With nematic symmetry, ,x, is expected to be zero (in the Cartesian coordinates

used here),13 whereas an appreciable intensity is observed for both R avvand V for
the PBZT sample, with MFP that do not exhibit zero intensity minima, see Fig. 9. " con-

(3) (0))
trast, as expected for nematic symmetry, for which X (3)is zero, both R ýH)v and Rýv;h
were negligible. These features are discussed in the Wi•)lowing section, but it is conve-
nient to remark here that the behavior is not caused in a simple way by the effects of the
observed absorbance of the sample at either co or 3co. The data in Figs. 6 and 7 on an
isotropic solution (qp = 0.021) show that absorption is not a factor with XG) = 1542 nm, and
estimates based on experimental absorbances at X.0 and X30, indicate that absorbance ef-
fects should also be negligible for the nematic solution studied ((p = 0.055). Furthermore,
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as may be seen, for example, in Fig. 6, the effects of absorbance on the MFP with a rotat-
ing slab give distinctly different effects than those found for the MFP of the nematic
sample. Thus, an effect other than that absorption must be implicated in the observed
form of the MFP for the nematic sample.

The MFP may be calculated if nematic symmetry is assumed, so that the state of
polarizations of the nonlinear waves may be taken to be those defined by the polarizer and
analyzer. In general, the coherence length depends on the polarizations of the waves and
orientation of fi, and as discussed above, Lc(O)aj.v must be computed with the appropri-
ate refractive indices (taking care to compute the angle O' of propagation in the solution
from t3 and the use of Snell's law, e.g., see Table 1 and Fig. 3. The variation of LC(0),,;v
and Lc(15)a,.iv/Lc(O)a v among the conditions used is reflected in the wide variation of the
MFP obtained. For ex'ample, altho.h R1 v(O,L) and R .h(O
same Lc(O), making R (0,L) = R 11 .1h(0,L'; the dependence of [I<(i)/Lc(0)]vH.h on O is

much larger than that of'jLc(O)/Lc(O) 1 jy. ,v, resulting in very different MFP, see Fig. 8.
Similarly, the peak-to-peak separation of the fringes decreases with increasing
L/Lc(O) V, as expected. Despite these qualitatively reasonable features, attempts to,-
pute MFP show that far fewer fringes are observed than expected for the physical th
ness L and the I n.O - rOI measured for the material (see Fig. 2 for the latter). Further
different L would be required for the various geometries if calculated from the observed
I n3a) - rkO I and the value of L/Lc(0)0,.v required to match the periodicities of the calcu-
lated and observed MFP; in addition, the calculated MFP exhibits zero minima, in contrast
to the observed behavior. For example, using the measured sample thicknesses of 350 4Im,
values of LW(0) of 2.46 8.19 and 33.07 pm were required to emulate the fringe spacing for

(10) Rd NO~)R.v:v, R.V:h and Ri.., / respectively, in comparison with the values given in Table 1 cal-
culated from the measured refractive indices. Alternatively, use of the calculated coher-
ence lengths would require arbitrary adjustments of the sample thickness to 218, 118 and

(3CO 0() ad R(3(0)
58 un for R R.Rch and . This aspect of the data is revisited in the Discussion.VV-v' VV.h

Given the ambiguities inithe interpretation of the MFP for the nematic sample,
there is no certain means to estimate or interpret 1 (3u1 from the data. In order to pro-
ceed, at least on a qualitative basis, estimates of IX pFl Ju/9 given in Table 2 were calcu-
lated using appropriate values of ncO and n3h, on the assumption that w(*,L) is essentially
unity at the first maximum for 0 * 0; these, see Table 1.

(3(o)
It may be seen that RQV.)v(O, L) never decreases to zero for any value of Q?, show-

ing that the THG light is either elliptically polarized, or a mixture of differently polarized
rays (a plane polarized ray mixed with either an unpolarized or an elliptically polarized
ray);. This is not expected for a material with nematic symmetry, and as discussed be-
low, is associated with the behavior described in the preceding paragraph.

1.5 Discussion
1.5.1 Isotropic Solution of PBZT and Model Compounds Three features of the behavior
observed with the isotropic solution of PBZT and its model compounds are noteworthy:
(1) The coherence lengths Lc(O) observed with the wedge and slab-shaped cells did not
agree, (2) the estimate of ),(3) /p obtained for the polymer and model compound BZT-36'-' " " WOc) (W€)
were similar, and (3) both .IV (0,L) and RvK,1 (0,L) were nil. The model compounds were
structurally designed to enhance their NLO response over that obtained with the unmod-
ified model of the repeat unit of PBZT14, at the cost of increased absorption. It is notewor-
thy that the THG generation with the polymer is similarly enhanced over that for the re-
peat unit, without the large increase in the absorption. Evidently, the electronic states in-
volved in the NLO behavior for the polymer extend over several repeat units of the chain.
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The orientational averages simplify (-3)ý:Rog) for an isotropic material,13 1eadinj,,N ..o (3)). (30 , ý-3O)
for example, to the expectation that R,,v (or Rv'11)) should be nil, and that R and RHH
should be equivalent, as observed. The failure to obtain equivalent values of Lc(0) in ex-
periments with the wedge and slab-shaped cells is attributed to surface layers that differ
in optical properties from the solution in the bulk of the cell. A possible source for this
behavior could be a tendency for the rodlike PBZT chains to align near the surface with
their axes parallel to the surface, but otherwise not (globally) ordered. A tendency for
this to propagate some distance from the surface would produce a negatively birefringent
uniaxial layer, with the unique axis perpendicular to the surface. The presence of such
thin surface layers would not affect the MFP obtained from a wedge-shaped cell, but
could affect that obtained with on rotation of a slab. Thus, the interference function be-
comes (for focus factor F equal to unity)"I

4W 2 = {PB GBsin UBI2 + 2 PBPS OB[OS1 + gs 2]sin xVS sin 19BCOS('s + 'B)

+ ({ 2 + a 2 + 2 5S1aS5 2cos[2(yS + 'B)])lUssin US1 2

+ IPB 6 BCOS WB1 + 2 PBPS 5B[ 8S1 + 5s2COS S cosMI/BBcos(1S + WB)

+ {82 + 6S2 + 28S s82c~s[2(US + WB)I}{posVSWS}2 (8)

where Pk = ( 3I'FF ) / I n3 (c- - nc0(, I )k, ak = (T(3(o) + TO) )k and 8k = (TI3 0) - Tio)))k (the expres-sion for a bilayer is obtained if, e.g., as2 = 8s2 = 0, and Eqn. 3-4 is recovered if ps = 0).
The subscripts sl and s2 refer to the two surface layers, assumed to have common lengths
and optical properties, with the possible exception of their transmission factors. If all
transmission factors are equal to a function T(O), Eqn (9) simplifies tol'

W 2 = T(O) 2 {[pB sin W1B]2 + 4 PBPS sin US sin VBCOS(Xls + VB) + [2pscos(Vs + VB)sin XS]2}

= T(O) 2([PB sin UB + 29S cos(Os + WB)sin 'tS1 2} (9a)

W T(tL){pB sin uB + 7tps[L/Lc(O)]S cos(qB)} (9b)

where Eqn (9b) applies for thin layers (Ls << [Lc(O)]S). With Eqn (9), the MFP displays
zero minima, but with a periodicity that depends on the coherence lengths [Lc(O)]s and
[Lc(O)]B, as well as the coefficients p13 and ps, similar to the MFP observed for the isotropic
PBZT solution with 1.542 pm wavelength incident light. Nevertheless, calculations show
that the observed MFP for this case would require an unreasonably small I n3C0 - rkoI for
the bulk, suggesting that the assumption of equal transmission factors may be inaccurate.
Equation (8) produces MFP with nonzero minima if the transmission factors are unequal,
as through the effects of absorption, similar to the MFP for the isotropic PBZT solution
with 1.907 gm wavelength incident light. Although the use of Eqn (8) introduces addi-
tional flexibility in fitting data, it is at the cost of additional parameters, some of which
may be unknown. The requirement that the surface layers be the same at the two inci-
dent wavelengths, and the use of the observed linear refractive indices and absorbance to
describe the bulk constrains the parameters that will provide a reasonable fit to the MFP.
An illustrative fit to the MFP on the isotropic sample using Eqn. 8 is given in Fig. 11. The
fits requires surface layers with Ls = 35 prm and PB = 3pS, and modest absorption for the
THG light in the surface layers for, along with the experimental absorption for the inci-
dent light. The proposed surface layers appear to be a depletion layers, less concentrated
than the bulk. This could obtain if the rodlike chains tend to have their axes parallel to
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the surface plane in the surface, thus promoting a decreased concentration if the surface
layers are to remain isotropic. The fluorescence emission from a surface layer of = 1 pin
thickness and - 100 pm diameter is not polarized, indicating no order in the plane on
those dimensions. The THG experiment may be one of the few experiments suited to re-
veal the existence of the layer, and something of its nature.

1.5.2 Monodomain Nematic Solutions of PBZT The possibility of adsorbed surface lay-
ers possessing optical properties different from that of the bulk solution presents a num-
ber of complications in the analysis of the MFP from the nematic preparations. A residual
aligned surface layer observed by fluorescence emission anisotropy for nematic solutions
of PBZT heated above their clearing temperature is discussed elsewhere in this report, re-
inforcing the postulate of a unique surface layer in the nematic solutions. Along with the
general pattern of their periodicity, the disparate features of the MFP for the nematic so-
lution that require ex-planation inclue (i) the nonzero minima observed in RtVlv(*,L), (ii)
the appearance of R,0i,,(O,L) and RH.,(O,L), which are both expected to be nil for a ma-
terial with uniaxial nemiatic symmetry, (iii) the complex appearance of RV.h.(OL) and (iv)
the failure to obtain satisfactory MFP with the nematic solution using the wedge-shaped
cell.

The macroscopic first-order (linear) and third-order (nonlinear) susceptibilities
x0)(-wo*) and X(3)(-3-:o,c0,co), respectively, are related to the elementary molecular
(repeat-unit) hyperpolarizability tensors j')(-;co) and -(3)(-3oso,.oco) through summa-
tions over all of the elementary units, including their orientation: 10.13

Xl)(-(.O)) = Fo-l1ND (')(-o); 00))P3 f1 3(co) 2  (10)

X3)(-3co.(oa,,c0) = (6c()-IXN3 (y3)(-3co; 1o, ))13 f 3(3Ro )f13(o)3  (11)

wher2 the brackets (...) indicate an orientational average, N13 is the number of moieties with
(y')(-o; 0o))p or ('y(3)(-3(o; (0,oo)))1 (assuming these are additive), co is the free-space permittiv-
ity, and it is assumed that the local-field tensors may be represented by a scalar f(cO). It is
likely that the symmetry axis of Y' )(o:o) is not that of the macroscopic nematic, and may
exhibit biaxial rather than uniaxial symmetry. For example, with PBZT the absorption and
emission vectors may be off the long axis of the repeat unit, directed closer to the axis be-
tween the two sulfur atoms, see Fig. 1. Nevertheless, when averaged over all moieties and
allowed orientations, the macroscopic symmetry for XO) is uniaxial nematic for nematic solu-
tions of PBZT, i.e., the only nonzero components being X) and X(l) = X(O in the laboratory-
frame Cartesian coordinates defined above. For example, the symnmetric appearance of the
conoscopic interference fringes suggests that deviations from the anticipated symmetry are
small throughout the sample, as characterized by the refractive index. Further, the fluores-
cence emission from the surface suggests that any deviation from the anticipated uniaxial
nematic symmetry in the layers within =-I pm from the surface is small or absent over areas
with diameter of = 100 pm.
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Despite the apparent uniaxial nernatic symmetry indicated by .,) the observed
nonzero intensities for RI v~v(O,L) and RVH.h(0,L) are attributed to a distribution of orien-
tations in the sample differing from that for uniaxial nematic symmetry. It seems likely
that the principal axes defining 73) in the molecular-frame will differ from those estab-
lished for V) in the laboratory-frame. Thus, the symmetry of the tensor Y'3) is implicated
in the observed behavior. Departures from the aligned nematic structure that would
complicate the interpretation of X(3) might come about, for example, by alignments at the
surface that differ from that in the bulk of the nematic, or for a tendency for a biaxial
rather than a uniaxial nematic symmetry. The layers proposed for the isotropic solutions
would be transformed to ordered (possibly biaxial nematic) layers for the nematic solu-
tions. The properties of any such surface layers would have to exhibit overall symmetry
along the symmetry axis of the macroscopic nematic in order to be consistent with the be-
havior observed for yPD). However, the behavior observed for Ru().v(0,L) and Ra)e.v(0,L)

(1(• (0o.
and the nonzero Riiv.v(15,L) and Rý,,;i,(OL) would require additional features for ainy sur-
face layers. (30)) (3)

As shown in Fig. 12, the observed MFP for RVV.V(*,L), Riiv.V(d,L) and RIVVh(i5,L)
may be fitted qualitatively using Eqn. 8 with reasonable optical parameters and a'com-
mon layer thickness Ls 66 pm (no fit is attempted to RG) i(O,L) as the required values
of ne(O) vary with (p, see Table 1). In these fits, the nonzero minima observed with
Rv(3. (OL) are attributed to relatively strong absorption in the surface layers, so that most
of thie THG light is contributed by the bulk sample, with PB = 0 "4Ps The complex line
shape observed with R (Ro),L) arises from a mixing of a weak THG intensity from the
bulk with a much stronger contribution from the surface (PB = 0"01 Ps), with weak absorp-
tion owing to the dichroic nature of the nematic phase of PBZT. Although improved fits
might be obtained by refinement of the optical parameters used, there is not much moti-
vation to do so without independent verification of the proposed surface layers and mea-
surement of their optical properties. It suffices to assert that the observed MFP may be
reasonably explained by the existence of surface layers in which the uniaxial symmetry of
the bulk is broken, leading to contributions that give nonzero intensity in RfijVv(fL) (andPCO)

R&; h(0,L)), absorption of the fundamental and the THG light (mostly in the surface lay-
ers)mihat leads to the nonzero minima in R'%,I. (0,L), and mixing of the THG contributions
to the MFP leading to the complex appearance of RVV(h(5,L). Further, the postulated
layer structure could reasonably be expected to compromise the formation of MFP using
a wedge-shaped cell, even though the linear optical behavior manifested in the cono-
scopic interference figures appears to be normal.

Deviations from an overall uniaxial niematic symmetry could exist over lengths of
the order of a wavelength, without impact on the fluorescence emission anisotropy aver-
aged over a scale of = 100 pm. Such deviations might involve a tendency for the repeat
units to align with the sulfur-sulfur axis on near-by units paiallel, for example.
Conformational computations for PBZT show that the chain tends to take a ribbon-like
conformer, with a restricted range about zero angle of the rotational angle around the
single bonds connecting the aromatic ring structures, and with a tendency for parallel
sulfur-sulfur axes on near-by repeat units. This tendency could be enhanced for
molecules near a surface. The persistence of this organization over a distance of the order
of a wavelength for molecules near the surface in any biaxial nematic layer could break• (•3) 1 OWo)
the nematic symmetry in I I S, and result in the behavior observed for 1e.•v(0,L) and(3. ) .F (.O (3.j)
R, ?.(0,L) and the nonzero values of R ,,,..,(0,L) and R'.(O,L), and the unexplained fea-
tures in R$V;,(i),L) and RI-,v (O,L). Thus, the THG generated in the surface layers would
be polarized away from the extraordinary or ordinary axes of the nematic.
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1.6 Conclusion
Study of the nonlinear optical properties of ' -tropic an nematic solutions of PBZT

was initially motivated to elucidate the molecular origin of THG behavior making use of
the molecular alignment of the nematic state. The conclusion that THG is complicated by
the effects of surface layers for both isotropic and nematic solutions was not anticipated,
but represents an interesting and novel result. It is possible that similar surface layers ob-
tain in unrecognized form with solutions many semiflexible polymers, especially those
that are nematogenic. Study of the nonlinear optical behavior may afford one of the few
techniques to identify such layers, and to characterize their properties in part.
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Table 1

Typical Values of the Coherence Length

Nematic Solutions of PBZTa

((P = 0.055)

(3w)) Component
Rp9;v of n3 Lc(0)

(3)) b Pm
Xii',

VH:v 3 X (3) ncO;O n3();E 1.20
(3co) x (3)

RHV:h X (3y n(0;o n3 oje 1.20

(3co) X (3) n3;E 1.53

RIII:h X nco)e n3co;e 1.53

RI I :v(3o Xy\ (. n(O;o n3(,o;o 2.76
(3w•) (3)

RVVh X\WY, nco;o n 3co;O 2.76
(3•o• .(3)RHV;v Xvxxx n(t);E n.3m;o 5.48

RV(3) nco)e n3c3;o 5.48
VI-1I:I\i*<no-en3(;

a The assumptions made in the calculations given here are
discussed in the text; see Eq. 7 for ne definition.

For this solution, n(,;o = 1.4340; n(.;E = 1.4801
n3u)o = 1.5270; n30);E = 1.6480

Xco = 1542 nm

b The components of X(3) are expressed in a Cartesian coordi-
'i~inate system with x along the optic axis and y in the sample

plane; components are for 6 = 0.
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Table 2

Third-Order Susceptiblities

for PBZT and Model Compounds

(X.) = 1542 nm)

Component 10111"( 3) 1i /p
R (3 (a) of EFF

Sample 3a (e.s.u.)
Xliiil

ISOTROPIC SAMPLES
PBZT 0.021 Rvv(; Rim 3oso 2.0

BZT-18 0.004 R 3wv Ri (3) (1)
(30v 1-111 IS (3)

BZT-36 0.0054 R ( 3 ; R 0 X (3s 1.0
VV' 1111 X15 0

NEMATIC SAMPLEC

PBZT 0.055 RvXv RI3  4.0
(3(o) _ (3co) . (3)

PBZT 0.055 RHH~1 :v, RVV-h Xyyyy 0.56

PBZT 0.055 R1 IVov; R [3h X (3) 0.02

PBZT 0.055 Rvl 3l;, R 3(0h (3) <0.001

a The components of X(1) are expressed in a Cartesian coordinate sys-
tem with x along the optic axis and y in the sample plane.

b Subject to a large uncertainty owing to strong absorbance at 3(1

c The assumptions made in the calculation of I X(3) I are discussed in•EFF

the text.
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2. Studies on the Texture of Nematic Solutions of a Rodlike Polymer

2.1 Introduction
The unanticpated features of the NLO behavior nematic phase reported in the pre-

ceding sections motivated a careful study of the defect structure in nematic solutions of
PBZT. As is well known,15-21 the tendency for order is the source of complex behavior,
with this tendency often being frustrated to some extent in polymer nematic fluids. For
the rodlike chains of interest here, the order develops as the chain axes tend to become
parallel to each other, with the average direction of the axes in an ordered region at posi-
tion r given by a unit vector fi(r) called the director. The order results in anisotropy in, for
example, optical and mechanical properties, and the frustration of the order gives rise to
defect structures that can influence such behavior. The nature of these effects is discussed
in the following, using data on nematic solutions of a rodlike polymer as examples. As
discussed below, recent work suggests that undiluted thermotropic nematic polymeric
fluids demonstrate similar behavior.

At equilibrium, the nematic field adopts a spatial configuration to minimize the to-
tal distortion free energy Fd, including the effects of wall-induced alignments, etc. In a
so-called monodomain, fi(r) is everywhere the same, and the fluid is a uniform, defect-free
preparation. 15-17.20 With nematic solutions of high molecular weight rodlike chains, the
local orientation fluctuations are somewhat suppressed, diminishing the scattering of
light, and giving the monodomain the appearance of a normal isotropic fluid when
viewed with natural (unpolarized) light without the use of a polarization analyzer. 3 By
comparison, orientation fluctuations are larger for monodomains of small molecule ne-
matics, giving them a turbid appearance. 15 When viewed between crossed polars, a
monodomain is observed to exhibit a sharp extinction for light polarized either along or
orthogonal to the optic axis (e.g., the chain axis for most rodlike molecules), and may also
exhibit dichroism.

2.2 Order in Monodomains of PBZT Nematic Solutions The preparation of mon-
odomains of nematic solutions of PBZT between parallel glass plates in the slab geometry
has been described in the preceding elsewhere. Briefly, the nematic solution is extruded
into a rectangular channel to initiate the process. Immediately after filling, the nematic
material is turbid, and exhibits the characteristics of a mottled texture, elaborated below.
Owing to the aromatic planes in the chain backbone, PBZT will tend to align with its axes
along the field direction of an external magnetic field, and a stable monodomain will form
in the filled channel after a few hours in an external magnetic field aligned along the for-
mer flow direction (e.g., a few hours in a 7T field). 3,7 The birefringence An of a mon-
odomain may be determined by conoscopic microscopy or related methods, 7.22 all based
on the transmission of light through a birefringent material, relating An to the retardation
8 of the phase of the transmitted light rays, with 8 = doptAn/., where dopt is the optical
path length and X the wavelength of the incident light in vacuo. 12 For a nematic material,
An is related to the order parameter S for the uniaxial sample:7

An = Ai4 ,S s(S) p (12)

S = {3(.fij)2 - 1} (13)

where (...) indicates an ensemble average, a is a unit vector along a rodlike chain, (p is the
solute volume fraction, Anr is the value An for a fully aligned bulk material, S is expected
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to be a function of 9p, and s(S) = 1.7 The order parameter is zero for an isotropic fluid,
tends to unity as parallel alignment among the chains increases in a nematic phase, and is
expected to be about 0.6 for the onset of the nematic phase. 15 Studies on monodomains of
solutions of PBZT have given S = 0.96 for the concentration range 1.1 < P/pN I S 2 at T =
25'C, for compositions with a clearing temperatures above 75°C.7 This independence of S
from (p is somewhat unexpected, and is presently the subject of further study; the ob-
served behavior may reflect the sample preparation in a magnetic field, and the stabiliz-
ing effect of the surface. The order parameter is expected to decrease with increasing
temperature. An example of the transmission of an incident beam between parallel and
crossed polars for a sample with a clearing temperature of 110HC is shown in Fig. 13.
Since the polarization of the incident light was at n/4 to the principal optic axis of the
nematic, the transmitted intensities I and II between crossed and parallel polars, re-
spectively, are given by12

I = K Io sin 2(irC) (14)

I. = K 1, {1 - sin 2(n8)} (15)

where 1, is the intensity of incident light with wavelength k, and K is a factor (K < 1) to
account for attenuation of the light by scattering and absorption. Conoscopic microscopy
showed that An decreased with increasing temperature. Since 8 = 26 for the sample for
which the data in Fig. 13 were obtained, the six oscillations observed indicate that An, and
hence S, decrease by about twenty three percent over the 70'C interval studied. The effect
is reversible over this temperature range. The gradual decrease of K with increasing
temperature may reflect losses due to increased scattering as the order decreases.
Additional behavior that obtains for temperatures closer to the clearing temperature is
discussed below. The alignment of chains near the surface of a glass plate may be deter-
mined with nematic solutions of PBZT by the use of light with a wavelength that is ab-
sorbed within a short distance (i.e., 99% absorption within 1 pm), and causes anisotropic
fluorescence emission, with maximum emission in a direction along the chain axis. 3

Examples of the ratio I /I, of the fluorescence intensities I, and I-. along and perpen-
dicular to the flow direction, respectively, are given in Fig. 13 as a function of tempera-
ture. The alignment near the surface is seen to decrease slowly with increasing tempera-
ture, consistent with the decreasing order parameter.

2.3 Point Defects in Otherwise Aligned Nematic Solutions of PBZT Additional fea-
tures appear with nematic solutions of PBZT as the temperature approaches the clearing
temperature TNI. For example, for the data given in Fig. 13, the conoscopic interference
figures are lost, and the rate of decrease of the anisotropy of the fluorescence emission
from the surface layers increases with increasing temperature for T about 30'C below TN.

The order parameter is about 0.75 when the interference figures in conoscopy are lost.
Point defects developed near either bounding surface as the temperature reached about
30'C below TN,, propagating to the interior of the sample as the temperature was further
lowered. At the earliest stage, the defects disappeared if the temperature was slowly re-
duced. When viewed between crossed polars with either the polarizer (P) or the analyzer
(A) aligned with fi, the defects appear as a dark cross along P and A, with bright lobes at
n/4, etc. Rotation of the crossed polarizer/analyzer with respect to fi does not result in a
corresponding rotation of the dark interference cross, but rather, a more complex behav-
ior, showing that the interference cross is not produced by a radially symmetric director
field distortion. When viewed without an analyzer, with P perpendicular to fi, the defects
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appears as rings with the interior brighter than the surroundings, and when viewed
without an analyzer, with P parallel to ii, the defect appears as a ring with the interior
slightly darker than the surroundings. The latter behavior is a focusing or defocusing ef-
fect with P perpendicular or parallel to Ai, respectively. The director field is assumed to
form a boojum, a bipolar droplet structure with two point defects at opposite poles' 7 -21;
the director field is postulated to adopt the symmetry of an ellipsoid of revolution, with
its long axis along the undistorted director. Owing to the birefringence of PBZT, the av-
erage refractive index in the interior of the boojum is larger or smaller than that of the
surroundings for P perpendicular or parallel to Ai, respectively, giving the focusing and
defocusing effects. The origin of the boojum structure is unclear. A network of point-de-
fects has been studied in n, "atic fluids exposed to a thermal gradient,23 but the effect ob-
served here appears to have a different origin. The defects observed here seem to be posi-
tioned more or less at random (though appearing first near either surface), and their den-
sity or distribution is not affected by the deliberate imposition of a thermal gradient. The
structures observed here may represent regions with lower order parameter S than the
surroundings, perhaps regions with average lower chain length than that of the bulk
sample. Similar effects have been reported elsewhere in phase separation in nematic sys-
tems. 24.25 The sample is heterodisperse in chain length, and might be expected to segre-
gate with chain length, though such effects have been difficult to study,5 perhaps owing
to the high viscosity of the polymeric nematic. With increasing time, the number and size
of the defects increases, and the material becomes filled with overlapping ring-like struc-
tures, and transmits light between crossed polars for any orientation of the polars, see Fig.
14.

The anisotropy near the surface as monitored by I /I_ is observed to decrease
continuously as the temperature approaches TN,. The sample becomes relatively bright
between crossed polars about 100C below TN,, and becomes biphasic about 5YC below
TNI. Remarkably, IL I/I, does not reduce to unity as the intensity transmitted between
crossed polars vanishes, sugges •ing that an aligned surface layer persists to temperatures
well above TNI. Indeed, on cooling, I II/I± returns to its original value, showing that the
surface layer acts as a template for alignment of the nematic.

2.4 The Defect Structure During the Evolution of a Monodomain Although the preced-
ing describes a monodomain prepared under the influence of an external magnetic field, a
monodomain will also form slowly over a period of many days even in the absence of an
external magnetic field, apparently driven by surface alignment induced during the pro-
cess of filling the cell. 3.20. 26 Examples of the ratio I II/I of the fiuorescence intensities I,
and I_. along and perpendicular to the flow direction, respectively, are given in Fig. 15 for
samples on annealing following extrusion into a parallel cell 400 pm thick. The
anisotropy near the surface detected by the fluorescence emission is small, but not zero,
immediately after the flow is stopped, and increases tc an intermediate plateau after
about 1 hr. The increase to the final high level of anisotropy characteristic of the mon-
odomain, and the uniformity necessary to form conoscopic interference figures was not
observed until more than 70 days after the cell was filled, demonstrating the torpid ap-
proach to equilibrium. Optical effects observed in the approach to the equilibrium mon-
odomain texture are discussed below.

In some cases, a smooth nonuniform director field may be observed, with spatial
gradients in Ai(r) everywhere weak, giving the nematic the featureless appearance of a
normal isotropic fluid when viewed with natural (unpolarized) light without the use of a
polarization analyzer."6 When viewed between crossed polars, such a preparation does
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not exhibit a sharp extinction over the entire sample area for light polarized along the op-
tic axis (e.g., the chain axis for most rodlike molecules), and may not develop a deep ex-
tinction at all in most regions. This behavior is caused by distortions with weak spatial
gradients, and is to be expected if the molecules near the surface do not have an overall
global alignment. A monodomain preparation is characterized by a strong, global align-
ment of the chains near the boundary surfaces in a slab sample, whereas a smooth
nonuniform director field is characterized by spatial fluctuations in the chain axis direc-
tion, and a resulting weak anisotropy of the fluorescence emission when averaged over
macroscopic dimensions. Preparations such as these motivate the use of a generalized
representation of the order parameter. It seems likely that the order parameter within a
small enough region will be the same as it would be in a monodomain preparation.'15 27-30

Nevertheless, when averaged over the sample, the order parameter may appear to be
low. It is convenient to consider a local order parameter S(r) defined over a volume Vs as
large as possible, but small enough that the value of S(r) does not depend appreciably on
Vs. Then, S(r) is expected to be about equal to S for a monodomain. For the smooth tex-
ture, Vs is relatively large, but has dimensions smaller than those of the macroscopic slab.

A solution of PBZT quenched rapidly from the isotropic into the nematic phase, or
a sample recently subjected to rapid deformation will adopt a mottled appearance charac-
terized by turbidity in natural light, and no anisotropy to the transmission between
crossed polars when averaged over macroscopic dimensions. 20 .26 The appearance be-
tween crossed polars will be of strong spatial fluctuations in the transmission, giving the
impression of domains. 27 In this case, Vs is reduced to a volume with dimensions in the
range of microns,27 but presumably, S(r) within such regions is still about equal to S for
the corresponding monodomain at the same composition and temperature, and fi(r) is ev-
erywhere continuous, though possibly exhibiting locally strong gradients.

On annealing, the texture coarsens (Vs increases), with the appearance of line de-
fects after a certain time (e.g., several hours in preparations of PBZT). Prior to the ap-
pearance of relatively sharp line defect features, the sample exhibits very diffuse features,
which tend to focus or defocus light, owing to the birefringent character of the material,
as discussed above in relation to the ellipsoidal defects observed on heating a mon-
odomain. These may be visualized either using polarized light with or without an ana-
lyzer, and give the impression of hillocks and valleys in the two-6imensi9nal projection
observed in the optical microscope. If placed at this stage in an external magnetic field
aligned along the extrusion direction, a texture is obtained in which the otherwise well-
aligned bulk sample is filled with ellipsoidal shaped defects, see Fig. 6. Similar effects
have been reported in other systems.31 These may vary in size, but usually maintain a
common ratio of major to minor axes for a given material. The axial ratio is probably
fixed by a ratio of two of the Frank curvature elasticities. The defects appear to nearly
planar, with their planes in the plane of the slab, and dichroism indicates that the director
in the interior of the defect is perpendicular to that in the exterior, i.e., orthogonal to the
applied magnetic field. Interference fringes appear parallel to the ellipsoidal defect loop
when viewed between crossed polars, Fig. 16. Although these are enhanced using
monochromatic radiation, they are also observed in white light, suggesting that they oc-
cur due to effects confined to a thin plane in the sample. Their appearance suggests that
the loops are 1/2 twist defects, with the twist occurring over a short distance close to the
plane of the defect, rather than over the entire sample thickness as usually assumed in
theoretical representations.32- 34 Frequently, a sharper line defect is observed emanating
from the ellipsoidal feature, see Fig. 16 (see below). These defects will persist for an ex-
tended period, with smaller defects (= 10 ptm major axis or smaller) persisting for several
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months or longer. Smaller defects tend to slowly migrate to one end of the tube and dis-
appear if the sample is held in an external magnetic field aligned along fi; presumably
they move in the direction of lowest order in the developing monodomain. The proposed
1/2-twist-loop corresponds to a molecular orientation in the interior of the loop that is or-
thogonal to that in the bulk of the sample. This could occur if a region in the partially an-
nealed nematic were trapped in that orientation on imposition of the field, and unable to
reorient on the time scale of the reorientation of other regions with a stronger interaction
with the external magnetic field. The chains in the trapped region could reduce their un-
favorable interaction with the external magnetic field by rotation of the planes of the re-
peat unit into the plane of the slab, but that rotational state probably relaxes rapidly on
removal of the external field, leaving only the orientation of the molecular axis in the inte-
rior of the twist-loop orthogonal that in the bulk. Large, interconnected loops may be re-
duced to similar ellipsoidal defects in an external magnetic field, with the planar ellip-
soidal feature accompanied by sharp loops emanating from one or both of the ends of the
ellipsoid; these may be the remnant of loops connected to the principal loop that survived
as the ellipsoidal defect.

With additional annealing time in the absence of an external magnetic field, the
diffuse features mentioned above sharpen into more line-like defects, initially strongly
entwined and filling the sample. In the final stage of the evolution of a monodomain of a
nematic solution of PBZT from a mottled texture under the action of an aligned surface,
loop defects are observed only near (but not usually at) either boundary surface in a slab
geometry between glass plates (slab thicknesses of 100-500 pm have been used). At this
stage, the nematic in most of the slab is free of texture, and is strongly birefringent and
dichroic in white light, with maximum absorption along extrusion axis, and extinction
along and perpendicular to that axis, though it will usually not yet present well-formed
conoscopic interference figures. In the simplest case, the defects may appear as simple
loops, often elongated, but more complex shapes are also common, see below. When
viewed between crossed polars in monochromatic radiation at ± nt/4 to the extinction di-
rection, the sample reveals a complex pattern of mostly aperiodic broad fringes super-
posed on the loop defects, see bc'.ow. Adjacent bright and dark fringes correspond to a
change in the retardation 6 by 1/2 for light propagating orthogonal to the slab.
Conoscopic interference figures (usually distorted) begin to appear when the separation
between fringes is larger than the diameter of the field of view in conoscopy.

The typical appearance of the simple loop defects observed with nematic solutions
of PBZT is summarized schematically in Fig. 17. Some of the principal features may be
observed in polarized light without the aid of an analyzer, indicating that they arise from
scattering and/or refraction. Dichroism observed with white light does not reveal any
twist to the orientations in the interior and exterior of the loop (unlike the twist-loops
prepared in a magnetic field discussed above). This could mean either that there is no
twist, that there is a twist that is a multiple of n, or that very slow twisting occurs from
one surface to the other, giving the light a polarization controlled by the polarizability of
the nematic near the surface from which the light emerges, and obscuring any internal
twist.22 When viewed in white light, the loop defects exhibit a complex optical pattern: a
black loop observed with P either parallel or perpendicular to fi (the director in the bulk
nematic), and a bright loop-like image, the position of which shifts with respect to the
black loop as P is varied from parallel to perpendicular to fi (the position of the black
loop tends to be invariant). The contrast of the loop structure is minimal with P placed ±
nt/4 to fi, and strong for other angles, including angles only slightly removed from ± ir/4,
see Fig. 17; the color tends to modulate along the loop with P placed ± 7r/4 to h. These
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features are more sharply revealed with monochromatic radiation. As shown in Fig. 17,
interference patterns are observed near the defect with P placed ± n/4 to in using
monochromatic radiation, and the intensity alternates from dark to bright around the
loop. In addition, the background is observed to be distorted through the appearance of
broad interference fringes, but these do not suggest a large difference in the retardation
on the interior and exterior of the loop. The loop is embedded in a director field that is
too misaligned to exhibit symmetric conoscopic interference figures in the nearby region.
These features are consistent in a general way with the properties calculated 29- 32 for a
twist loop with s = 1/2 located in a plane close a wall if it is assumed that the twist occurs
over a distance large compared to the wavelength of the light used to study the texture
(the calculations are limited to the case with fi(r) in the plane of the slab, which is not a
reasonable constraint with the materials studied here). The distortion of the local director
will result in rotation of the plane of polarization of the propagating rays and diffract
them in complex ways, leading to the appearance of the black loop along the locus of the
twist defect when viewed in parallel polars with P parallel or perpendicular to ii owing to
scattering within the core, and a focused bright image arising from refraction and rotation
of plane of polarization of light viewed between crossed polars with P parallel or perpen-
dicular to fl. 32 If placed in a magnetic field aligned along fi, the loops first become dis-
torted, elongated along the field, and then are reduced to an elliptically shape, with most
of the twist confined to a nearly planar region marked by an elliptically shaped line de-
fect.

Similar optical observations on line defects in nematic solutions of a thermotropic
copolyesteramide have been discussed in terms of twist disclination defects in a biaxial
nematic structure.35 Although PBZT could certainly exhibit biaxial behavior, it may not
be necessary to invoke this in interpreting the optical observations.

An example of a complex loop shape and its relaxation is shown in Fig. 18 as a
function of time during the annealing; although the defect forms a continuous loop, it was
too large to be photographed in one piece until well into the annealing process. For con-
venience of contrast, the bright image observed between crossed polars is shown in Fig.
18. The black core was always close to the bright image. Schematic drawings of the loop
are provided to aid the reader. In the earliest photograph shown (Fig. 18a), the large loop
is connected to a small loop at one point, and near the right side it executes a helical
twist, crossing over itself. That conclusion cannot be made on the basis of Fig. 18a, but
can be deduced on the basis of the subsequent photographs. Thus, the images show that
the loop simplifies by removing the helical twist along its contour to become more planar,
continually diminishing in size. Further, the loop-like piece placed across the larger loop
is observed to shrink, with one side crossing over (under) the larger loop in the process.
A schematic drawing of the loop is provided to aid the reader. The loop-defect eventu-
ally disappeared completely, becoming elongated in along the optic axis of the nematic in
the process.

As discussed in the preceding, with continued annealing, the line defects will dis-
appear as the texture coarsens to a monodomain. For example, a line defect such as that
shown in Fig. 19 will continuously decrease in length with increasing time in the late
stages of the annealing. Thus, in a scaling analysis, the radius r of a free twist loop is ex-
pected to decrease with annealing time as 3c6-3

r(t) - (to - t)12  (16)

where to is the time at which the loop vanishes-the analysis assumes that the collapse is
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controlled by a single viscosity and a single Frank elasticity. Data on circular loop defects
in a small molecule nematogen were observed to follow this prediction, with the loop
disappearing within a few seconds (to < 10 s). 37 .38 As illustrated in the preceding, twist-
loop defects often exhibit a complex, noncircular shape in solutions of PBZT, and the time
to disappearance is long (to = 106 s). Nevertheless, with time, the loops usually tend to
become more circular, with the maximal extension of the loop decreasing at a faster rate
than its minimal dimension to achieve this shape, e.g., see Fig. 19. A plot of the average
(D(t)) of the maximum and minimal extensions of a closed loop during annealing to the
disappearance of the defect is shown in Fig. 20. The decay does not appear to follow a
square-root time dependence, with (D(t)) exhibiting proportionality to to - t instead. This
behavior is in contrast to that reported for small molecule nematogens, 37.38 and may be
caused by the proximity of the twist loops studied here to a surface; in general, the dis-
tance of the loops from a surface is smaller than their size. The alignment at the surface
may be implicated in the linear relaxation of the loop size.

In a related treatment, the density p1 .,• of the lines per unit volume in the defect full
nematic at earlier times in the annealing is predicted to follow the evolution equation38

diplinl

dt " - Plin (17)

Reasonable agreement with this prediction has been reported for small molecule nemato-
gens,38 but the situation may be more complex with polymeric nematics owing to the dis-
parity among the Frank curvature elasticities, etc.

2.5 Conclusions
The preceding describes features of texture formation and distortion of the director

field in an external magnetic field for nematic solutions of a rodlike polymer. Many of
these features appear to be qualitatively similar to behavior reported for small molecule
nematogens, and for recently reported behavior on thermotropic polymer nematics. 39

Currently available theoretical treatments appear to provide some guidance in under-
standing the observed behavior, but the description remains incomplete, especially with
regard to shear flow.

With respect to the apparently defect-free monodomain used for the NLO experi-
ments in the preceding chapter, the results here show that the director field must be es-
sentially uniaxial in order to observe the conoscopic interference figures; distortions
around line defects destroy the phase coherence required to form such figures. Further,
the bipolar structures (boojums) observed on warming to within 20'C of the clearing tem-
perature do not have the properties to give the unexpected NLO behavior. Consequently,
the trilayer model proposed to describe that behavior remains the most plausible expla-
nation available given the symmetry of the nematic phase.
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scattering photometer described elsewhere 2 was used, with incident light with
wavelength 647.5 nm from an krypton-ion laser.

Electronic absorption spectra were obtained using a Hewlet-Packard
Spectrometer (model 8451A), equipped with a photo-diode array detector to permit mea-
surement of a spectrum within 5 s. Samples were placed in a sealed cell and cooled by
immersion in an isopropanol bath. After being held at a low temperature for the desired
time, the cell was transferred to the spectrometer, and spectra were measured as the cell

slowly warmed (= 2°C/m) to room temperature; residual isopropanol on the cell surface
served to suppress fogging of the cell face by moisture condensation.

The differential refractometer on a Waters Size Exclusion Chromatograph was
used to determine the refractive index increment n/l ac, bypassing all columns, so that
samples were fed directly into the refractometer cell. Standardized volumes (204iL) of so-
lutions of polystyrene with known concentration were injected into the refractometer to
determine the proportionality constant k = An/AVinstr, where AVinstr is the integrated in-
strument response under the elution peak, and An is calculated from the concentration
and Dn/3c of the polystyrene solution (on/&c = 0.198 mL/g in THF).58 In subsequent de-
terminations of an/3c for solutions of PDTP, An was calculated from measurements of
AVinstr as An = kAVinstr for solutions of known c and standard injection volume.

3.2.2 Data Analysis Light scattering results are analyzed according to the model for
anisotropic scatterers. 2.59-66 This model provides equations for the dependence of vertical
and horizontal components of light scattered with vertically polarized incident light, de-
noted Rvv(q,c) and Rlv(q,c), respectively, on the modulus q = (4nns-/X) sin (15/2) of scat-
tering angle vector, where ns is the refractive index of the sample, X is the wavelength of
light, and 15 is the angle between the incident and scattered beams. The polarized
scattering Rvv(0,c) extrapolated to zero scattering angle provides information on the
molecular weight M and the second virial coefficient A,:

Kc 1/2 { 1 12 (1 - 2/10 .. (8
R(0,c)) =M(1 + 482/5) ) 1 +482/5)A2Mc + 2(18)

where K = (27r2 /NAX 4)[no,(dn/dc)] 2, n( is the solvent refractive index, NA is Avogadro's

number and 5 the molecular anisotropy of the chain. The latter is a function of the chain

conformation and the intrinsic anisotropy 8,, of the scattering elements making up the
chain, see below.

When extrapolated to infinite dilution (denoted by a super zero), the angular de-
pendence of the scattering provides a measure of the root-mean-square radius of gyration
R G:62--65

( Cj' =M(1+48
2 /5) {1 + V-(RG1 q)2 + ... 1 (19)

with Re,.V -J(8)Rý;, where

J (6) j(6) 1 - 4f 18/5 + 4(f 28) 2/7 (20)
1+462/5 1+462/5
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3. Association of a Poly(n-alkyl thiophene) in Dilute Solution

3.1 Introduction
Polythiophenes are of interest for potential novel optical and electronic behavior

owing to the electronic delocalization in the thiophene rings; rodlike conformations have
been proposed as a source of extended delocalization, with resultant enhanced electronic
and optical behavior.4 () In this study, static and dynamic light scattering measurements
were undertaken on samples of poly(n -dodecyl thiophene), PDTP, to evaluate its confor-
mation over a range of temperature, and to learn whether a reversible thermochromic ef-
fect is associated with any conformational change. In the thermochromic effect the color
of dilute (or concentrated) solutions changes reversibly over a narrow range of tempera-
ture.4-4 2 Samples of a PDTP provided by R. D. McCullough, Carnegie Mellon
University, were used in the study. This material is prepared by a novel synthesis that
provides a high specificity of head-to-tail configuration of the repeat units (>95% H-T
addition).42 In older polymerizations the head-to-tail configuration is mixed with
substantial fractions of head-to-head and tail-to-tail configurations. The regularity of
the head-to-tail addition is expected to improve packing in the solid state, and is
implicated in enhanced electronic conduction4 2 A suitable sample might also exhibit
enhanced NLO behavior.
Thermochromism has been observed in a number of polymers, and has been studied by a
variety of methods. Although the thermochromism is in the end related to the rotational
states of a chain, the question remains as to whether any rotational transition to result in
thermochromism is driven by intermolecular interactions, or is intramolecular in origin,
e.g., by a coil to helix transition. Thus, intermolecular have been cited in chromic
transitions in polydiacetylene 43.44.45.48. 9, and polysilanes 46 and a heterocylic polymer 47,
but in other work, the same effects are attributed to intramolecular effects in
polydiacetylene 52.53. 54. 55. 56 andpolysilane5 l. 57. It will be found that the behavior
observed here with PDTP is intermolecular in origin, driving a conformational transition
that produces the thermochromism.

3.2 Experimental
3.2.1 Methods Reagent grade chloroform and tetrahydrofuran (THF) were dried over
CaH 2, distilled over CaH 2 uinder vacuum, and stored over CaH 2 in the dark until use.
Other solvents used were reagent grade, used as received. Polymers were evacuated

(10-3_10-4 mm Hg) for several days at 60'C. Solutions were prepared by weighing the
appropriate amount of polymer and about two-thirds of the desired solvent(s) into a cen-
trifuge tube with a screw top cap (TeflonTM gasket), containing a TeflonTM coated stirring
bar. After several days, the solution was gently agitated by occasional swirling. After the
solution was apparently uniform, the remainder of the desired solvent was added, and
the solution was stirred slowly with the stirring bar for and additional 1 to 2 weeks.
Chloroform solutions were held at 25°C, but solutions in THF were heated to 50'C for
two hours to facilitate dissolution.

Static and dynamic light scattering experiments were carried out using
instruments described elsewhere. 2 Solutions in chloroform were filtered into light
scattering cells through 0.45 micron Teflon',' filters, degassed and sealed on a vacuum
line. Cells were centrifuged for 24 hours at 7000 rpm in a swinging bucket rotor. A light
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Dynamic light scattering measurements were carried out to give the intensity auto-

correlation function g(2)(t,;q,c) as a function of scattering angle q and correlation time
t.6,65 With a cumulant analysis, 65

In [g(2)(T; q,c) - 1]1/2 - - K(')(q,c) T + -- K(2)(q,c) T2 + ... (29)

where K(l)(q,c) is the first cumulant, etc.
For the polarized scattering, the first cumulant is used to compute the mutual dif-

fusion coefficient DNj(c) in the limit of small q:

lim K( .)(q,c) = DM(c) q2  (30)
tt=O V

Data on DM(c) are often linear in c for low c:M665

DNI(c) = D-..11 + ( kIA2M - k2f[])c + ... } (31)

where DT is the translational diffusion constant and k, and k2 are constants of order
unity. It is convenient to define a hydrodynamic scaling length aLS(c) by the expres-
sion 65,66

kTaLS(C) = 6nrlsDM(C) (32)

with ils the solvent viscosity; aL (c) reduces to the hydrodynamic radius Rf1 =
kT/6mr1rsDr at infinite dilution. for samples heterodisperse an appropriate average must
be used for the derived parameters, e.g.,r6. 65

RILS = M /1 wv Mý. (R4l)V (33)

For depolarized scattering, the first cumulant is related to rotational dynamics, as
well as the translational dynamics that dominate the polarized scattering. Thus, at infi-
nite dilution, 65

lim K().(q,c) = 6DR + D-r q2  (34)

In general, the concentration dependence of the depolarized scattering will be small.

3.3 Results
The electronic absorption spectra for a sample of PDTP in chloroform over a range of

temperatures is given in Fig. 20. A reversible thermochromic effect is seen, with an isobestic
point for X = 465 nm. The spectra may be considered to be the sum of two components, with
relative concentrations that vary smoothly with temperature.
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The refractometery measurements gave 3n/lc = 0.124 mL/g for PDTP in THF, the
solvent used on the SEC. Use of the Dale-Gladestone approximation an/lc = (np - ns)/p
gives an/ac = 0.083+0.004in chloroform for the density p of PDTP equal to 1.OT 0.1g/mL.

Several thermal histories were utilized in the study, both to characterize the solution
under conditions for the thermochromic effect, and in an attempt to obtain a state free of as-
sociation. Five different histories may be distinguished, differing in the thermal history fol-
lowing dethawing to room temperature from the rapidly frozen state used in the degassing:

History TI T 2  T 3  T4  Measurement
(0C) (0C) (0C) (0C) Temperature

A 25 ... ... ... 25
B 25 65 ... ... 25
C 25 TqI < 0 65 ... 25
D 25 TqI < 0 65 Tq2 < 0 Tq2 < 0
E 25 Tqi < 0 65 Tq2 < 0 65
F 25 Tqi < 0 65 Tq2 < 0 25

As shown in Fig. 21, the functions Kc/Rv,(q,c) versus sin2(15/2) generally were not
linear and not parallel over the concentration range studied for samples with history A.
The data at the lowest concentration studied, 0.5 g/L (history B), sho typical behavior
for a solution with a small fraction of a large aggregated species mixed with unassociated,
or very weakly associated chains.47.66 The data for q greater than some value qm corre-
sponding to linear behavior at the higher angles (sin 2 (O/2) > 0.5) may be analyzed to give
apparent values Mapp and (Rv)app of the molecular weight and root-mean -square
radius of gyration, respectively, on the assumption that the large species contain a
negligible fraction of the mass:

Mapp = {Kc/Rvv(0,c)) 1 + 2A 2tsMw (35)

(R2Oapp = 31Kc/Rvv(0,c)l- I 1Kc/Rv2A(q'c)2R S (36)(r•'V~ap • q2 I + 2A2L-sMw

Based on the higher angle data, Mapp = 95,000 and (RkV)app - 18 nm for the solution
with c = 0.5 g/L. By contrast, for the data with c = 1.97 g/L, as shown in Fig. 21, appre-
ciable depolarized scattering was observed for this system, revealing the presence of ori-
entational order in the scattering species. The polarized scattering give Mapp = 4.5 x 106
and (RMv)app= 56 nm , and the depolarized scattering gives (lM.V)app =, 67 nm. The de-
polarized scattering was sufficiently intense to permit dynamic scattering, with the result
given in Fig 22. As may be seen, the first cumulant is linear in q2, with a positive value at
zero scattering angle Analysis with Eq. 34 gives DR = 150 s-1 and DT = 8.55 x 10-8 cm2 /s.

As shown in Fig. 23, the scattering behavior is markedly dependent on tempera-
ture, with heating to 650C tending to loosen the structure observed on cooling to 25°C
(history C). Further, as shown by the data on the sample with c = 3.0 g/L in Fig. 23, an-
nealing at a low temperature for a prolonged period changes the structure with increased
association, even on heating to 65°C (history E) for the polarized scattering, with the re-
sults Mapp = 106 and (Rj;.V)app = 170 nm; the depolarized scattering was weak. Polarized
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dynamic scattering was studied for this solution gave the results in Fig. 22, with aLs(C) =

33 nm.
The solution with c = 3.0 g/L was studied in more detail with thermal history D.

As shown in Figs. 24 and 25, both the polarized and depolarized scattering changed
slowly on annealing at -16.5°C, with measurement at -16.5'C. The change of the depolar-
ized scattering at 450 scattering angle is compared with the change in the transmission T(t)
for X = 647.5 nm as a function of time at the same temperature in Fig. 26. Values of Mapp
and (R•,.V)app are given in Fig. 27 along with data on the ratio [Riv(O,c)/c]°/[Rvw(O,c)/c]°
of the reduced intensities at zero scattering angle and the ratio (Rv)Ls/(Mv)Ls.

3.4 Discussion
The light scattering data on dilute solutions of PDTP exhibit association under all

conditions studied. The results suggest an ordered, asymmetric supramolecular struc-
ture. The data on the solution with c = 1.97 g/L was studied in more detail with thermal
history A are of particular interest since both polarized and depolarized scattering mea-
surements were possible. Following a procedure used elsewhere, 70 the values of DR and
DT were interpreted by use of an ellipsoidal model, with major and minor axes L and pL,
respectively, using the relations7 0

kT
DT = - G(p) (37)6nrqsL

9 D'r((2-p 2 )G(p) - 1(
DR - 8 L2  G(p)(lI- p4) (38)

G~~ ~ (l +(I -p212(9G(p) p(l - p2)112  (39)

The data on DR and DT give L = 50 nm and p 0.5, revealing a supramolecular structure,
that is more prolate ellipsoidal than rodlike in this case.

The reversible thermochromism is associated with the supramolecular structure
revealed by the light scattering data. The absorption peak at longer wavelength in Fig. 20
is attributed to a -r-n* electron transition.40 Extended chain conformers are presumed to
favor the longer wavelength absorption, consistent with the observation of ordered, ex-
tended supramolecular structure observed in the light scattering study under conditions
favoring the long wavelength absorption. The data in Figs. 26 and 27 show that the at-
tainment of the full thermochromic transition and the formation of the supramolecular
structure tend to occur over a prolonged period, with the order increasing continuously
(e.g., increasing depolarized scatter, with a tendency for (RG,,V)app and (1i.H)app to de-
crease sharply, and then stabilize, whereas Mapp increases continuously). The data in Fig.

27 show that on RtI~s/Mw decreases continuously as the anisotropic scattering increases.
With the ellipsoidal model used above,

L2 I + 2p2

R 4 3- (40)
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the supramolecular structure changes shape with increasing time, becoming more elon-

gated, with decreasing RGLS/MW.
The scattering profile observed for the solution with 3.0 g/L with history C ex-

hibits an unusual upward curvature, suggesting either a sphere or a disc shaped symme-
try. The parameter obtained for a spherical shape lead to a monomer concentration in the
aggregate that is less than the average solution concentration. Consequently, the shape is
considered to be disc-like. As shown in Fig. 27, this shape further contracts, with increas-
ing order, on annealing at a low temperature.

The slow change in absorption at the laser wavelength (647.5 nm) over a period of
30 hours following a quench to -16.5'C suggests an intermolecular mechanism, i.e. a
phase separation mechanism is involved. The slow behavior essentially rules out a single
chain coil-to-rod transition mechanism, since it is unlikely for a single chain event to oc-
cur over such a long period of time. Moreover, the single chain coil-to-rod transition is
expected to cause a large increase in the radius of gyration, contrary to our findings of
marked decrease in (RkiV)app after being quenched to -16.5'C.

The behavior can be explained using the concept embodied in a Flory phase dia-
gram for rod-like molecules. 47 Although the solutions studied here were dilute, the local
concentration is high in an aggregate. As the temperature is decreased, the polymer-sol-
vent interaction parameter X increases. The solution corresponding to the polymer con-
centration in the aggregates could enter the biphasic gap and microphase separated into
disordered and ordered regions. A similar behavior could obtain as solvent is lost in film
casting. The formation of ordered regions makes the aggregates more compact and the
segments more oriented. The large initial decrease of (RcI,V)app is consistent with the
collapse of aggregates to form ordered segments in close proximity. Phase separation can
be a slow process, giving the slow response observed.

The ordered phase may be the precursors of the crystalline state found by X-ray
diffraction studies on films with relatively high conductivity. 4' The X-ray studies reveal
that the thiophene rings from neighboring chains tend to stack parallel to each other with
virtually uniform stacking distance of 3.8 A. It is also found that long alkyl side chains
interdigitate and form a ordered packing. It is speculated that intermolecular ir-stacking
enhance the electron transfer between chains, therefore improve conductivity; films cast
from solution with more a ordered structure may result in higher conductivity or
enhanced nonlinear optical behavior.

3.5 Conclusion
The light scattering characterization of dilute solutions of poly(n-dodeceyl

thiophene) has shown that a reversible thermochromic effect in is associated with
considerable intermolecular supramolecular structure. It is proposed that the change in
temperature occasions a phase transition in the moderately concentrated domains of the
supramolecular aggregates, to drive the chain to an extended conformation, with the
attendent change in the electronic absorption spectra. The supramolecular structure may
intervene in normal film casting solution processing, with effects on the electronic and
optical properties of the cast film.
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Figure 1. Structural formulae for molecules used in NLO measurements.
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Figure 2. The extraordinary (nE) and ordinary (no) refractive indices versus
wavelenth for a nematic solution of PBZT ((p = 0.055). The short and long
dashed vertical lines show the fundamental and the THG wavelengths for
fundamental wavelengths of 1.907 and 1.542 pm, respectively.
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Figure 3. The reduced coherence length Lc(iO)/Lc(O) versus the rotation angle 15 for a
nematic solution of PBZT in MSA ((p = 0.055; see Table 1). Curves 1 and 3
give [Lc(I5)/Lc(0)]h and [Lc(O)/Lc(0)]V1 hh, respectively, and curve 2
represents [Lc(5)/Lc'(0)]o.v for the remainder of the geometrical
arrangements discussed in; the text (e.g., [Lc(l5)/Lc(O)I]lV.v, etc.); small
distinctions among these for larger * are not shown in the interests of
clarity.
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Figure 4. Upper: Absorbance versus wavelength for methane sulfonic acid solutions
of PBZT (qp = 0.021) in the near infra-red spectral region, for 350 grm
pathlength; the arrows show the wavelengths X.• for fundamental intensities
discussed in the text.

Lower: Absorbance versus wavelength for methane sulfonic acid solutions
of PBZT ((p = 0.021),1; BZT-36 ((p = 0.0054),2; and BZT-18 ((p = 0.004),3; and
the normalized fluoresence emission I(X)/Imax versus wavelength for
methane sulfonic acid solutions of PBZT (9 = 0.021), the circles give the
data, with a smooth curve to aid the reader. All for 350 pm pathlength; the
arrows show the wavelengths X3Q) for THG intensities discussed in the text.
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Figure 5. The third-harmonic response for an isotropic solution of PBZT (ýO = 0.021):

0° )0 L

Rvv (0,L) versus the translation in a wedge-shaped cell (0.95 deg) for ;LG)
equal to 1.542 pm, (a), and 1.907 pm, (b).
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Figure 6. The third-harmonic response for an isotropic solution of PBZT ((p = 0.021):
R~vv (O,L) versus 0 in a rotating-slab cell (L = 350 pm) for Xw equal to
1.542 pm, (a), and 1.907 pm, (b). The solid lines were calculated as
discussed in the text, using arbitrary L/Lc(0) to obtain a fit.
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Figure 8. The third-harmonic response R 3 (i5,L)for a nemnatic solution of PBZT in a

•a. V

rotating-slab cell for the indlicatlegorientations of the polarizations of the
fundamental (pi) and THG wvaves (p), and the director (v) (ýp = 0.055, L = 350
pm, 1.542 pm).
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Figure 9. Relative third-harmonic generation response RýV-v(i% L) for a nematic
solution of PBZT in methane sulfonic acid as a function of the angle QI
between the director and the analyzer, for several values of 0 (ýp = 0.055, L =
350 pm, X(•0 = 1.542 pm).
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Figure 10. Relative third-harmonic generation responses RI i®,(O,_L) and RoE'.v(O,L) for
a nematic solution of PBZT in methane sulfonic acid as a function of the
angle 0 between the polarization of the incident wave and the vertical
direction ((p = 0.055, L = 350 ptm X(O = 1.542 pnm). The upper and lower(RO) ( OW
panels give R, (.. (0,L) and R6.v , L), respectively, with no analyzer
R,(i0 (0,L), and with the analyzer parallel to the polarization of the incdent
v% ayes or Roo~,(oL).
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Figure 11 Comparison of observed MFP with calculations for an isotropic solution of
PBZT (see Fig. 6 caption) using Eqn. 8 for a trilayer system and surface

layers of 36 pm (L = 350 pmo), see the text, for XG) equal to 1.542 4rm, (a), and
1.907 po, (b).
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Figure 12 Comparison of observed MFP with calculations for a nematic solution of
PBZT (see Fig. 9 caption) using Eqn. 8 for a trilayer system and surface

layers of 36 u rn, see the text (Q ,., (3 C.4O), 5 m) p e , v M ,
-40 -4 0 , 20 40uper,(,L);,

middle, R1IV.(lL); lower, RVV:h(O,L).
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Figure 13 Optical effects observed on changing the temperature of a monodomain
nematic solution of a rodlike polymer (PBZT in methane sulfonic acid; P =
0.049, Lw = 140 nm).
Upper: The transmission between crossed and parallel polars (k = 632.8
nm).
Lower: The ratio of the fluorescence emission intensities III and IL, for light
polarized parallel and perpendicular to the director, respectively (Incident
light absorbed within = 1 pm). The open and filled circles give data for
increasing and decreasing temperature, respectively.
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Bipolar defect structure

Undistorted director field

Figure 14 Schematic diagram of a bipolar defect structure observed during heating a
nematic solution of PBZT below the clearing temperature.
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Figure 15 Fluorescence emission anisotropy during annealing of a sample to form a
monodomain after extrusion into a tube with a rectangular channel (400prn
x 8mm); 9 = 0.043, Lw = 120 run. The ratio of the fluorescence emission
intensities III and Ii, for light polarized parallel and perpendicular to the
director, respectively (Incident light absorbed within = 1 pm). The squares
and circles give data for filling rates of 0.032 and 2.4 MM3/s, respectively.
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Figure 16 Optical effects observed on changing the temperature of a monodomain
nematic solution of a rodlike polymer (PBZT in methane sulfonic acid; (P =
0.033. L, = 155 nm).
Squares: The temperature dependence of the ratio III/I.L of the fluorescence
emission intensities I1l and I_, for light polarized parallel and perpendicular
to the director, respectively (Incident light absorbed within = 1 pm).
Circles: The temperature dependence of the invariant of the fluorescence
emission intensities.
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Figure 17 Schematic diagrams of the appearance of twist-loop defects in orthoscopic
microscopy. The nematic director is horizontal in all cases, and the
orientation of the polarizer P for the incident light is indicated by the arrows
and/or the angles; the orientation of the analyzer A of the transmitted light
is parallel or perpendicular to P in the upper and lower panels, respectively.
The black and shaded loops appear dark and bright, respectively, with the
image for P at n/4 to the director being a loop alternating between dark and
bright regions.
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Figure 18 Example of the relaxation of a complex loop defect(s). Schematic
representations of photomicrographs prepared between crossed polarizer and
analyzer on the left, and schematic diagrams of the loop(s) on the right; cell
thickness 300 pm, qp = 0.063, Lw = 135 nm.
a. The upper portion of a small loop, and a portion of a large loop that
crosses over itself four times in the field of view (the loop continues at the
upper left and lower right); a third loop appears to be in contact with the large
loop (47.5 hr after filling).
b. A remnant of the small loop, a small loop that has separated from the
large loop, and the evolution of the large loop (71.5 hr after filling).
c. Continued evolution of the large loop, with the two smaller loops having
vanished (122.5 hr after filling).
d. Continued evolution of the large loop (243.5 hr after filling).
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Figure 19 The average diameter of loops during collapse as a function of the time to - t
measured from the time to that the loop disappears. The data are for three
samples: qp = 0.050, Lw = 155 nm, open symbols (different loops designated
by different symbols; p = 0.058, Lw = 155 nm, filled circles; p = 0.063, Lw =
135 nm, filled squares. The lines have unit slope.
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Figure 20 The effect of temperature on the absorbance of a dilute solution of poly(n-
dodecylthiophene) in chloroform; c = 3.0 g/L. The temperature is indicated
on the figure; the cell was 0.2 cm thick.
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Figure 22 The first cumulant from dynamic light scattering on dilute solutions of
poly(n-dodecylthiophene) in chloroform.
Upper: Polarized (Vv) scattering for a solution with c = 1.97 g/L, history E;
Lower: Deolarized (Hv) scattering for a solution with c = 3.0 g/L, history
A.
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Figure 23 Static polarized (Vv) light scattering on dilute solutions of poly(n-
dodecylthiophene) in chloroform. The concentrations are indicated (g/L);
the unfilled and filled symbols are for histories A and C, respectively, and
the shaded symbols are for history E.

55



3
0Omin

00" 
0

U

x

0 -85

0.0 02 0.4 0.6 0.8 1.0

sin 2( v12)

Figure 24 Static polarized (Vkv) light scattering on dilute solutions of poly(n-dodleCylthiophelne) in chloroform; c = 3.0 gIL. The concentrations areindicated (g/L); the unfilled circles and squares are for histories C and D,
respectively, with the times at Tq2 = -16.51C indicated (min), and the shadedsymbols are for history F.
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Figure 25 Static depolarized (Hv) light scattering on dilute solutions of poly(n-

dodecylthiophene) in chloroform; c = 3.0 g/L. The concentrations areindicated (g/L); the unfilled circles and squares are for histories C and D,
respectively, with the times at Tq2 = -16.51C indicated (min), and the shaded
symbols are for history F.
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Figure 26 IBilogarithmic plots of the change of two parameters with time for a dilute
solution of poly(n-dodecylthiophene) in chloroform for history D, with T,,2
= -16.5°C; c - 3.0 g/L.
Upper: A function of the transmission T(t) (X = 647.5 nm);
Lower: The depolarized scattering at 450 scattering angle.
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Figure 27 Bilogarithmic plots of the change of several parameters with time for a
dilute solution of poly(n-dodecylthiopheiie) in chloroform for history D,
with Tq2 = -16 5°C; c = 3.0 g/L.
Upper: The apparent radius of gyration, the filled and unfilled symbols
are for the polarized (Vv) and depolarized (Hv) scattering, respectively;
Middle: The apparent molecular weight from the polarized (Vv) scattering;
Lower: The ratios (Rt.V)h-s/(Mv)hs = Iý2Ls/Mw from the polarized (Vv)
scattering (unfilled), and [Rll,(0,c)/c]°/[Rvv(0,c)]°of the reduced intensities
at zero scattering angle of the depolarized (Hv) and polarized (Vv)
scattering.
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